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Introduction

This draft standard is based on European discussions in which the UK has taken an active part. Y our comments on this draft are

welcome and will assist in the preparation of the consequent British Standard. Comment is particularly welcome on national,
legislative or similar deviations that may be necessary.

Even if this draft standard is not approved by the UK, if it receives the necessary support in Europe, the UK will be obliged to
publish the official English Language text unchanged as a British Standard and to withdraw any conflicting standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with reasons) or positive vote on this draft.

Submission of Comments

- The guidance given below isintended to ensure that all comments receive efficient and appropriate attention by the responsible
BSI committee. Annotated drafts are not acceptable and will berejected.

- All comments must be submitted, preferably electronically, to the Responsible Committee Secretary at the address given on the
front cover. Comments should be compatible with version 6.0 or version 97 of Microsoft Word for Windows, if possible;

otherwise commentsin ASCII text format are acceptable. Any comments not submitted electronically should still adhere
to these format requirements.

- All comments submitted should be presented as given in the example below. Further information on submitting comments and
how to obtain a blank electronic version of acomment form are available from the BSI website at:
http://drafts.bsigroup.com/

Template for comments and secretariat observations Date: xx/xx/20xx Document: 1 SO/DI'S Xxxx
1 2 3 4 5 (6) (7
MB | ClauseNo./ Subclause Paragraph/ Type of com- | Commend (justification for change) by the Proposed change by the MB Secretariat observations on each
No./Annex Figure/ ment MB comment submitted
(eg.3.1) Table/Note
31 Definition 1 ed Definition isambiguous and needs clarifying. JAmend to read '...so that the mains connector
0 which no connection...!
6.4 Paragraph 2 te IThe use of the UV photometer as an Delete reference to UV photometer.

el ternative cannot be supported as

Iserious problems have been encountered in its

use in the UK.
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Descriptors:
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Aerospace series — Welded and brazed assemblies for aerospace
constructions — Joints of metallic materials by electron beam welding —
Part 001: Quality of welded assemblies

Luft- und Raumfahrt — Schweil3- und Série Aérospatiale — Assemblages
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1 Scope

This European Standard specifies requirements for electron beam welding for aerospace applications.

NOTE This includes flight hardware, prototypes, demonstrator parts and any other test hardware.

2 Normative references

The following documents, in whole or in part, are normatively referenced in this document and are
indispensable for its application. For dated references, only the edition cited applies. For undated references,

the latest edition of the referenced document (including any amendments) applies.

EN 4632-001, Aerospace series — Welded and brazed assemblies for aerospace constructions — Weldability
and brazeability of materials — Part 001: General requirements

EN 4632-002, Aerospace series — Welded and brazed assemblies for aerospace constructions — Weldability
and brazeability of materials — Part 002: Homogeneous assemblies aluminium and aluminium alloys

EN 4632-003, Aerospace series — Weldability and brazeability of materials in aerospace constructions —
Part 003: Welding and brazing of homogeneous assemblies of unalloyed and low alloy steels

EN 4632-004, Aerospace series — Welded and brazed assemblies for aerospace constructions — Weldability
and brazeability of materials — Part 004: Homogeneous assemblies highly alloyed steels

EN 4632-005, Aerospace series, Weldability and brazeability of materials in aerospace constructions —
Homogeneous assemblies of heat resisting Ni or Co base alloys

EN 4632-006, Welded and brazed assemblies for aerospace constructions — Weldability and brazeability of
materials — Part 006: Homogeneous assemblies titanium alloys

EN ISO 6520-1, Welding and allied processes — Classification of geometric imperfections in metallic
materials — Part 1: Fusion welding

EN ISO 14744-1, Welding — Acceptance inspection of electron beam welding machines — Part 1: Principles
and acceptance conditions

EN ISO 14744-2, Welding — Acceptance inspection of electron beam welding machines — Part 2:
Measurement of accelerating voltage characteristics

EN ISO 14744-3, Welding — Acceptance inspection of electron beam welding machines — Part 3:
Measurement of beam current characteristics

EN ISO 14744-4, Welding — Acceptance inspection of electron beam welding machines — Part 4:
Measurement of welding speed

EN ISO 14744-5, Welding — Acceptance inspection of electron beam welding machines — Part 5:
Measurement of run-out accuracy

EN ISO 14744-6, Welding — Acceptance inspection of electron beam welding machines — Part 6:
Measurement of stability of spot position

EN ISO 15609-3, Specification and qualification of welding procedures for metallic materials — Welding
procedure specification — Part 3: Electron beam welding

EN ISO 17659:2004, Welding — Multilingual terms for welded joints with illustrations

ISO 857-1:1198, Welding and allied processes — Vocabulary — Part 1: Metal welding processes
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ISO 24394, Welding for aerospace applications — Qualification test for welders and welding operators —
Fusion welding of metallic components

ISO/TR 25901:2007, Welding and related processes — Vocabulary
3 Terms, definitions and abbreviations

For the purposes of this document, the terms and definitions given in EN ISO 17659:2004, 1ISO 857-1:1998 and
ISO/TR 25901:2007 and the following apply.

3.1
electron beam welding
fusion welding using a focused beam of electrons

[SOURCE: ISO 857-1:1998, 4.2.5.4]

3.3
beam alignment
positioning of the beam axis on the joint plane

3.4
beam deflection
<electron beam welding> electromagnetic deflection of the beam from the gun axis

[SOURCE: ISO/TR 25901:2007, 2.39]

3.7

working distance

<electron beam welding> distance between the impact point of the beam on detail parts and a reference
surface linked to the gun or the machine (example: middle of the closest focusing coil of the detail part,
electron beam source base)

3.10
beam current
<electron beam welding> value of the electric current in the beam

[SOURCE: ISO/TR 25901:2007, 2.37]

3.12

slope down

controlled decrease of the beam power at the end of the welding

[SOURCE: ISO/TR 25901:2007, 2.336]

3.13

slope up

<beam welding> controlled increase of the beam power at the beginning of the welding
[SOURCE: ISO/TR 25901:2007, 2.337]

3.14

focal spot position
coordinates of the focal spot geometrical positions
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