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Introduction
This draft standard is based on national and international discussions. Y our comments on this draft are invited and will assist in
the preparation of the consegquent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Pleaseindicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
Annotated drafts are not acceptable and will beregjected.

Template for comments and secr etariat observations

All comments should be submitted online at https.//standar dsdevelopment.bsigroup.com/. You will need to register in

order to comment.

Date; xx/xx/20xx

Document: 1SO/DIS xxxx

an alternative cannot be supported
as serious problems have been
lencountered in its use in the UK.

1 2 3 4 5 (6) 7
MB | Clause No./ Subclause| Paragraph/Figure/ Type of Commend (justification Proposed change by the MB Secretariat observations on
No./Annex (e.g. 3.1) Table/Note comment for change) by theMB each comment submitted
31 Definition 1 ed Definition is ambiguous and needs [JAmend to read '...so that the mains
clarifying. connector to which no connection...'
6.4 Paragraph 2 te The use of the UV photometer as  ||[Delete reference to UV photometer.
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THIS DOCUMENT IS A DRAFT CIRCULATED
FOR COMMENT AND APPROVAL. IT IS
THEREFORE SUBJECT TO CHANGE AND MAY
NOT BE REFERRED TO AS AN INTERNATIONAL
STANDARD UNTIL PUBLISHED AS SUCH.
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Foreword

ISO (the International Organization for Standardization) is a worldwide federation of national standards
bodies (ISO member bodies). The work of preparing International Standards is normally carried out
through ISO technical committees. Each member body interested in a subject for which a technical
committee has been established has the right to be represented on that committee. International
organizations, governmental and non-governmental, in liaison with ISO, also take part in the work.
ISO collaborates closely with the International Electrotechnical Commission (IEC) on all matters of
electrotechnical standardization.

The procedures used to develop this document and those intended for its further maintenance are
described in the ISO/IEC Directives, Part 1. In particular, the different approval criteria needed for the
different types of ISO documents should be noted. This document was drafted in accordance with the
editorial rules of the ISO/IEC Directives, Part 2 (see www.iso.org/directives).

Attention is drawn to the possibility that some of the elements of this document may be the subject of
patent rights. ISO shall not be held responsible for identifying any or all such patent rights. Details of
any patent rights identified during the development of the document will be in the Introduction and/or
on the ISO list of patent declarations received (see www.iso.org/patents).

Any trade name used in this document is information given for the convenience of users and does not
constitute an endorsement.

For an explanation of the voluntary nature of standards, the meaning of ISO specific terms and
expressions related to conformity assessment, as well as information about ISO's adherence to
the World Trade Organization (WTO) principles in the Technical Barriers to Trade (TBT), see
www.iso.org/iso/foreword.html.

This document was prepared by Technical Committee ISO/TC 44, Welding and allied processes,
Subcommittee SC 10, Quality management in the field of welding.

Any feedback, question or request for official interpretation related to any aspect of this document
should be directed to the Secretariat of ISO/TC 44/SC 10 via your national standards body. A complete
listing of these bodies can be found at www.iso.org/members.html.

Official interpretations of ISO/TC 44 documents, where they exist, are available from this page:
https://committee.iso.org/sites/tc44/home/interpretation.html.

This second edition cancels and replaces the first edition (ISO 15614-11:2004), which has been
technically revised.

The main changes compared to the previous edition are as follows:
— the normative references have been updated;

— to update closer to publication.
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Introduction
Qualification of welding procedures serves to demonstrate that production operations fully comply
with the agreed welding procedure including preliminary and subsequent treatment.

Before a particular welding procedure is used in a production operation, the manufacturer should
determine and document the suitability of the Welding Procedure Specification (WPS) to produce a
weld of the required quality.
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Specification and qualification of welding procedures for
metallic materials — Welding procedure test —

Part 11:
Electron and laser beam welding

1 Scope

This document specifies how a welding procedure specification for electron or laser beam welding is
qualified by a welding procedure test.

This standard is a part of a series of standards, details of this series are given in 1SO 15607:2019,
annex A.

This document defines the conditions for the execution of welding procedure qualification tests and the
limits of validity of a qualified welding procedure for all practical welding operations within the range
of variables listed in Clause 8.

Tests shall be carried out in accordance with this standard together with additional tests when
specified.

This document applies to metallic materials, irrespective of the shape of the parts, their thicknesses,
manufacturing method (rolling, forging, casting, sintering, etc.) and their heat treatment. It covers both
the production of new parts and repair work.

2 Normative references

The following documents are referred to in the text in such a way that some or all of their content
constitutes requirements of this document. For dated references, only the edition cited applies. For
undated references, the latest edition of the referenced document (including any amendments) applies.

[SO 3452-1, Non-destructive testing — Penetrant testing — Part 1: General principles
ISO 4136, Destructive tests on welds in metallic materials — Transverse tensile test
ISO 5173, Destructive tests on welds in metallic materials — Bend tests

[SO 6947, Welding and allied processes — Welding positions

[SO 9015-2, Destructive tests on welds in metallic materials — Hardness testing — Part 2: Microhardness
testing of welded joints

ISO 13919-1, Electron and laser-beam welded joints — Requirements and recommendations on quality
levels for imperfections — Part 1: Steel, nickel, titanium and their alloys

ISO 13919-2, Electron and laser-beam welded joints — Requirements and recommendations on quality
levels for imperfections — Part 2: Aluminium, magnesium and their alloys and pure copper

ISO 15607, Specification and qualification of welding procedures for metallic materials — General rules

ISO 15609-3:2004, Specification and qualification of welding procedures for metallic materials — Welding
procedure specification — Part 3: Electron beam welding

ISO 15609-4:2009, Specification and qualification of welding procedures for metallic materials — Welding
procedure specification — Part 4: Laser beam welding Documents
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ISO 17636 (all parts), Non-destructive testing of welds — Radiographic testing
ISO 17637, Non-destructive testing of welds — Visual testing of fusion-welded joints
ISO 17638, Non-destructive testing of welds — Magnetic particle testing

ISO 17639, Destructive tests on welds in metallic materials — Macroscopic and microscopic examination of
welds

ISO 17640, Non-destructive testing of welds — Ultrasonic testing — Techniques, testing levels, and
assessment

[SO/TR 25901 (all parts), Welding and allied processes — Vocabulary

ISO 20601, Non-destructive testing of welds — Ultrasonic testing — Use of automated phased array
technology for thin-walled steel components

ISO 13588, Non-destructive testing of welds — Ultrasonic testing — Use of automated phased array
technology

3 Terms and definitions
For the purposes of this document, the terms and definitions given in the ISO/TR 25901 series, apply.

ISO and [EC maintain terminological databases for use in standardization at the following addresses:

— ISO Online browsing platform: available at https://www.iso.org/obp

— IEC Electropedia: available at https://www.electropedia.org/

4 Preliminary welding procedure specifications (pWPS)

A pWPS (preliminary welding procedure specification) shall be prepared in accordance with
ISO 15609-3 for electron beam welding and ISO 15609-4 for laser beam welding. It shall specify the
tolerances for all the relevant parameters.

A WPS shall be classified as pWPS until it is qualified in accordance with this standard.

The welding procedure specification (WPS) shall give details on how a welding operation is to be
performed, including tacking and fixturing.

5 Welding procedure test
The manufacture and testing of test pieces shall be in accordance with Clauses 6 and 7 of this standard.

In order to take into account the service performance needs of the products, the qualification may
be made according to any of the acceptance levels B, C or D as defined in ISO 13919-1 for steels or in
ISO 13919- 2 for aluminium and its alloys.

The quality level necessary in each case should be specified by the application standard or the
responsible designer.

6 Test piece

6.1 General

The assembly to which the electron or laser beam welding procedure applies in production may be
represented by one or more standardized test pieces as defined in 6.2.
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6.2 Shape and dimensions of test pieces

The test pieces shall be of sufficient size to ensure an adequate heat distribution and for the application
of non- destructive and/or destructive tests.

The test piece shall be designed to represent, as far as possible, the component and joint geometry and
shall be specified.

One or more additional test pieces or a longer test piece than the minimum size, may be used in order to
allow for extra and/or for re-testing specimens, according to 7.5.

For plate material, the principal direction of rolling shall be marked on the test piece, if requested by
the application standard or the specification.

The thickness and/or pipe outside diameter of the test pieces shall be selected in accordance with
8.5.2.1t08.5.2.2.

Unless otherwise specified, the shape and minimum dimensions of the test piece shall be as defined
hereafter. Nonetheless, the length of the test piece shall be such as to permit the appropriate number of
test specimens (as given in Table 1 to Table 3) to be prepared.

6.2.1 Linear butt weld

The test piece shall be in accordance with Figure 1.

6.2.2 Circular butt weld

The test piece shall be in accordance with Figures 2 a) or 2 b). When small pipe diameters are used,
several test pieces may be necessary.

In cases where the diameter, D, of the part is greater than 150 mm and D > 20 ¢, the qualification of the
procedure may be achieved by welding a linear test piece. The test shall be designed to incorporate the
weld overlap and slope down areas.

NOTE The word pipe is used to mean "pipe", "tube" or "hollow section".
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