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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 12504-5:2023) has been prepared by Technical Committee CEN/TC 104 
“Concrete and related products”, the secretariat of which is held by SN. 

This document is currently submitted to the CEN Enquiry. 

This standard is one of a series on testing concrete. 

EN 12504, Testing concrete in structures, consists of the following parts: 

— Part 1: Cored specimens — Taking, examining and testing in compression; 

— Part 2: Non-destructive testing — Determination of rebound number; 

— Part 3: Determination of pull-out force; 

— Part 4: Determination of ultrasonic pulse velocity; 

— Part 5: Determination of concrete cover using electromagnetic covermeters. 

This document is based on British Standard BS 1881-204: 1988 Testing concrete - Part 204: 
Recommendations on the use of electronic covermeters. 

Electromagnetic covermeters have now been in use long enough for experience to have accumulated of 
applications for a variety of types of structure and under different conditions. Development of other 
forms of covermeter is in progress but no significant field experience is yet available. 

A range of suitable devices is commercially available. Since the capabilities of these vary, the choice of 
instrument may be governed by the particular test conditions and information required. 
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1 Scope 

This document gives recommendations on and describes the principles of operation of electromagnetic 
devices that may be used for estimating the position, depth and size of reinforcement buried in 
concrete. It also describes their methods of use and applications, the accuracy to be expected and the 
factors which may influence the results. 

Electromagnetic covermeters can be used for: 

a) quality control, to ensure correct location and cover to reinforcing bars after concrete placement; 

b) investigation of concrete members for which records are not available or need to be checked; 

c) location of reinforcement as a preliminary to some other form of testing in which reinforcement 
should be avoided or its nature considered, e.g. extraction of cores, ultrasonic pulse velocity 
measurement or “near-to-surface” methods; 

d) location of buried ferromagnetic objects other than reinforcement, e.g. water pipes, steel joists, 
lighting conduits. 

NOTE Some devices may also detect non-ferromagnetic metal objects. Such use is outside the scope of this 
Standard and reference should be made to manufacturers’ publications. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 206, Concrete — Specification, performance, production and conformity 

EN 12350-1, Testing fresh concrete — Part 1: Sampling and common apparatus 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 206 and the following apply. 

ISO and IEC maintain terminological databases for use in standardization at the following addresses: 

— IEC Electropedia: available at https://www.electropedia.org/ 

— ISO Online browsing platform: available at https://www.iso.org/obp 

3.1 
actual cover 
least distance, c1, between the face of the concrete and the surface of the reinforcement  

Note 1 to entry: See Figure 1 

3.2 
Indicated cover 
distance, cm, between the face of the concrete and a notional surface of the reinforcing bar under 
investigation as shown in Figure 1 

Note 1 to entry: Where values of cover are required for compliance with specified cover to a bar of known cross 
section, the indicated cover has to be converted to actual cover by a method such as that described in 6.2.2 a). 
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