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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 15347-2:2024) has been prepared by Technical Committee CEN/TC 249 “Plastics”, 
the secretariat of which is held by SIS. 

This document is currently submitted to the CEN Enquiry. 

This document has been prepared under a standardization request addressed to CEN by the European 
Commission. 

This document is one part of a series of CEN publications on Plastics Recycling, which is structured as 
follows: 

— EN 15342, Plastics — Recycled Plastics — Characterization of polystyrene (PS) recyclates 

— EN 15343, Plastics — Recycled Plastics — Plastics recycling traceability and assessment of conformity 
and recycled content 

— EN 15344, Plastics — Recycled Plastics — Characterization of Polyethylene (PE) recyclates 

— EN 15345, Plastics — Recycled Plastics — Characterization of Polypropylene (PP) recyclates 

— EN 15346, Plastics — Recycled plastics — Characterization of poly(vinyl chloride) (PVC) recyclates 

— EN 15347 (all parts), Plastics — Sorted plastics wastes 

— EN 15348, Plastics — Recycled plastics — Characterization of poly(ethylene terephthalate) (PET) 
recyclates 

— CEN/TR 15353, Plastics — Recycled plastics — Guidelines for the development of standards for 
recycled plastics 

Any feedback and questions on this document can be directed to the users’ national standards body. A 
complete listing of these bodies can be found on the CEN website. 
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Introduction 

Low-density polyethylene (LDPE) is used in film applications for primary, secondary, or tertiary 
packaging where it plays an important part in household, but also commercial and industrial packaging. 
Additionally, films are widely used in agriculture either in the construction of greenhouses or as mulch 
film. 

High-density polyethylene (HDPE) is widely used in many plastic applications across various sectors. 
HDPE is predominant in packaging, both household and commercial where it is widely used in the 
production of pallets and crates for transport. Particularly, commercial and industrial packaging will be 
quite uniform which is regarded as a high value for plastic recycling. It is also relevant in Building and 
Construction and Agriculture where it is used mainly in insulation materials, pipes, and irrigation 
systems. Finally, HDPE is also used widely in Household and Leisure applications such as garden furniture 
or sports equipment. 

The disposal and collection of household PE waste is usually organized in comingled systems together 
with other packaging materials such as aluminium or cardboard (depending on EU Member State) that 
will be sorted out from impurities and in different recycling streams at a later stage. 

Commercial and industrial applications are usually collected via private schemes. Bulky 
materials/products/parts of products (as household and leisure ones) are collected via dedicated 
collection. These will be sent to a sorting centre and separated into different polymer recycling streams. 

PE plastic waste is characterized to determine the composition and quality of the batch. A clear and 
harmonized waste specification facilitates a transaction between the supplier and customer and 
establishes standard characteristics to monitor during any sorting or preparation of waste operations. 

This document complements the general characterization of waste described in EN 15347-11 and adds 
additional clarification when it comes to the required and optional requirements of PE waste. 
Characteristics are defined for products part of the Packaging, Building and Construction, Household, 
Leisure and Sports and Agriculture sectors. 

This document has been produced in accordance with the guidance produced by CEN on Environmental 
Aspects and in accordance with CEN/TR 15353. 
NOTE CEN/TR 15353 considers the general environmental aspects which are specific to the recycling process. 

                                                             
1 Under preparation. Current stage is: prEN 15347-3:2024. 
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1 Scope 

This document describes the quality grades for sorted Polyethylene (PE) waste streams as well as specific 
test methods laying out those properties for which the supplying party of the waste makes information 
available to the receiving party. Polyethylene waste quality grades are based on pre-determined sets of 
characteristics, taking into account sectorial and market specificities and related information needs and 
tests methods. The scheme provides for a division of information between “Required Data”, where a 
statement is required, and additional “Optional Data” as agreed between the supplying and receiving 
party. 

This document does not cover the general characterization addressed in EN 15347-11. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

CEN/TR 15353, Plastics - Recycled plastics - Guidelines for the development of standards for recycled 
plastics 

EN 15347-11, Plastics — Sorted plastics wastes — Part 1: General Characterisation 

EN 17615, Plastics - Environmental Aspects - Vocabulary 

EN ISO 1043-1, Plastics - Symbols and abbreviated terms - Part 1: Basic polymers and their special 
characteristics (ISO 1043-1) 

3 Terms, definitions, and abbreviated terms 

For the purposes of this document, the terms and definitions given in EN 17615, EN 15347-11 and 
CEN/TR 15353 apply. The abbreviated terms related to recyclates given in EN ISO 1043-1 apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp 

— IEC Electropedia: available at https://www.electropedia.org/ 

4 Requirements 

4.1 General 

The characteristics of a batch of HDPE sorted plastics waste to be provided to the customer by the 
supplier are given in Table 1 and Table 2, and are divided into two types: 

— required characteristics: Needed to characterize plastic wastes in general, and required for all 
batches of sorted plastic waste; 

— optional characteristics: Additional information for the characterization of plastic wastes. 

4.2 Classification scheme 

The supplier of a batch of PE sorted plastics waste shall provide to the customer a statement of the 
characteristics of the waste listed in Table 1, 3, 5, 7, 9 or 11 (depending on the waste stream processed). 
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