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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 1815:2024) has been prepared by Technical Committee CEN/TC 134 “Resilient, 
textile, laminate and modular mechanical locked floor coverings”, the secretariat of which is held by NBN. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 1815:2016. 

prEN 1815:2024 includes the following significant technical changes with respect to EN 1815:2016: 

— correction of the technical parameter of the EPDM sole in 5.5; 

— the test principle description in Clause 4 was divided in method A and B; 

— a description of a conditioning room was added as 5.1; 

— correction of the normative references in Clause 2 related to the new technical parameter; 

— Clause 6, “Preparation of test pieces for method A” was integrated. 

— 8.2.2 “Discharging” was modified; 

— the Annex A with the description of the test sandals was added and Figure A.1 was replaced. 
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1 Scope 

This document specifies a method for determining the body voltage (BV) generated when a person 
wearing standardized footwear walks on a resilient, modular mechanical locked floor coverings (MMF) 
or laminate floor covering. The test method can be used under laboratory conditions as well as in situ. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN ISO 1183-1, Plastics — Methods for determining the density of non-cellular plastics — Part 1: Immersion 
method, liquid pycnometer method and titration method (ISO 1183-1) 

ISO 37, Rubber, vulcanized or thermoplastic — Determination of tensile stress-strain properties 

ISO 48-2, Rubber, vulcanized or thermoplastic — Determination of hardness —Part 2: Hardness between 
10 IRHD and 100 IRHD 

ISO 48-4, Rubber, vulcanized or thermoplastic — Determination of hardness — Part 4: Indentation 
hardness by durometer method (Shore hardness) 

ISO 9407, Footwear sizing — Mondopoint system of sizing and marking 

ISO 4649, Rubber, vulcanized or thermoplastic — Determination of abrasion resistance using a rotating 
cylindrical drum device 

EN IEC 61340-4-1, Electrostatics — Part 4-1: Standard test methods for specific applications — Electrical 
resistance of floor coverings and installed floors (IEC 61340-4-1) 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp 

— IEC Electropedia: available at https://www.electropedia.org/ 

3.1 
static electrical propensity 
tendency for charge to be generated by a person walking on the floor covering 

3.2 
earthed 
connected to a reference earth 

Note 1 to entry: Part of the Earth is considered as conductive, the electric potential of which is 
conventionally taken as zero. 
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