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Introduction

This draft standard is based on national and international discussions. Y our comments on this draft are invited and will assist in
the preparation of the consegquent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published

as a British Standard.

UK Vote

Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Pleaseindicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will beregjected.

- All comments should be submitted online at https.//standar dsdevelopment.bsigroup.com/. You will need to register in

order to comment.

Template for comments and secr etariat observations

Date; xx/xx/20xx

Document: 1SO/DIS xxxx

lan alternative cannot be supported
as serious problems have been
lencountered in its use in the UK.

1 2 ©) 4 5 (6) 7
MB | Clause No./ Subclause Paragraph/ Type of Commend (justification Proposed change by the MB Secretariat observations on
No./Annex (e.g. 3.1) Figure/Table/Note comment for change) by the MB each comment submitted
31 Definition 1 ed Definition is ambiguous and needs |Amend to read '...so that the mains
clarifying. connector to which no connection...’
6.4 Paragraph 2 te The use of the UV photometer as  [Delete reference to UV photometer.
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European foreword

This document (prEN 12272-1:2024) has been prepared by Technical Committee CEN/TC 227 “Road
materials”, the secretariat of which is held by BSI.

This document is currently submitted to the CEN Enquiry.

This document will supersede EN 12272-1:2002,.

prEN 12272-1:2024 includes the following significant technical changes with respect to

EN 12272-1:2002:

- greater tolerance on “carpet” surfaces for controlling the binder dosage;

- for aggregates, introduction of weighing of aggregates (English method) in addition to the
“volumetric” dosing box method.

This document is one of a series of standards as listed below:

EN 12272-1|, Surface dressing - Test methods - Part 1: Rate of spread and accuracy of spread of binder and
chippings.

EN 12272-2, Surface dressing - Test methods - Part 2: Visual assessment of defects.

EN 12272-3, Surface dressing — Test methods - Part 3: Determination of binder aggregate adhesivity by the
Vialit plate shock test method.

In this document, the Annexes A, B, C and D are informative.
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1 Scope
This document specifies test methods for determining the rates of spread and accuracy of spread of
binder and chippings of a surface dressing on a section of road at a given time.

This test method can also be used for determining the rate of spread and accuracy of spread of sprayed
bituminous emulsions e.g. when used as bond coats or asphalt preservation systems. The performance
categories for binder rate of spread and accuracy of spread in EN 12271| do not apply to bond coats and
tack coats.

The test methods are used on site to check the ability of binder sprayers and chipping spreaders to meet
the intended rates of spread and tolerances and coefficients of variation.

The test methods can be used to fulfil the Factory Production Control requirements:

- equipment calibration (EN 12271 - Annex B - Table B2);

- production inspection (EN 12271 - Annex B - Table B6).

The calibration of binder and chipping spreaders requires strict application of the procedures described

in this document.

Using these methods for inspections during production (FPC), allows certain changes to these methods
due to the specificity of certain sites and materials used (e.g. combined chipping-binder spreaders). In
this case, the changes are documented in the Factory Production Control and identified in the test reports.

Other test methods used to check the rate of spread and accuracy of spread of binder, such as the static
spray bar bench test for sprayers, are not covered by this document, although the test methods in this
document can be used for this purpose.

WARNING — The use of this document can involve hazardous operations. This document does not
purport to address all of the safety problems associated with its use. It is the responsibility of the user of
this document to establish appropriate safety practices and determine the applicability of regulatory
limitations prior to use.

2 Normative references
There are no normative references in this document.
3 Terms and definitions

For the purposes of this document, the following terms and definitions apply.
[SO and IEC maintain terminological databases for use in standardization at the following addresses:

— ISO Online browsing platform: available at https://www.iso.org/obp

— IEC Electropedia: available at https: //www.electropedia.org/

3.1

surface dressing

surface treatment consisting of the successive laying of at least one layer of binder and at least one layer
of chippings

3.2

chipping
coarse aggregate within a narrow grading range, practically free of fines
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Note 1 to entry: Chippings can have specified values for strength, soundness, shape, polishing resistance, resistance
to abrasion, purity, durability and affinity to bituminous binder. Chippings should be washed to achieve the required
fines content.

3.3

rate of spread of binder

average mass of binder in kilograms per square metre (kg/m?), or average volume of binder in L/m?
applied to the road surface when measured in accordance with this document

3.4

rate of spread of chippings

average bulk volume in litres per square metre (1/m2) or, mass in kilograms per square metre (kg/m2)
applied to the road surface, when measured in accordance with this document

3.5

proportional range

difference between the maximum and minimum individual values of rates of spread of binder or
chippings determined divided by the mean value, using the test methods in this document

3.6

accuracy of spread of binder

coefficient of variation of the mass of binder applied to the road surface when measured in accordance
with this document

Note 1 to entry: The value and graph indicate the ability of the sprayer to apply binder evenly across the road

3.7

accuracy of spread of chippings

coefficient of variation of the mass of chippings applied to the road surface when measured in accordance
with this document

Note 1 to entry: The value and graph indicate the ability of the chipping spreader to apply the chippings evenly
across the road

4 Determination of the rate of spread of binder
4.1 Principle

Samples of the binder sprayed by the binder sprayer are collected to determine the average rate of
spread. The minimum total test area shall be 0,5 m2 with the collectors (minimum x 3) where possible
spaced evenly across the full width of the road to be sprayed.

4.2 Apparatus

4.2.1 Collectors

Collectors shall be of material sufficiently robust to resist deformation in use and be capable of retaining
100 % applied binder.

The sprayer shall achieve a consistent operation before the test commences.
4.2.2 Portable balance

The portable balance shall be, readable to 0,1 g and of sufficient capacity to weigh one tray with 1,5 x the
maximum rate of spread of binder.
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4.2.3 Plastic bags

Plastic bags or similar, if used, shall be lightweight and capable of containing the binder and collector for
weighing without any loss by leakage or evaporation.

4.2.4 Tape

Adhesive tape can be used, to hold the collectors to the road and to mask them to the required dimensions.
When removed, the adhesive tape shall not damage the masked parts of collectors to ensure there is no
loss in mass of the underlying material.

4.3 Procedure
4.3.1 Preparation of the collectors

Ensure each collector is traceable to its position on the road surface under test. If necessary, mark the
collectors with an indelible identification. Weigh the collectors together with a plastic bag (if used), to the
nearest 1 g and record these masses as the mass of each collector before spraying.

4.3.2 Location and placement of the collectors

Space the collectors across the width of road, which is to be sprayed with binder, and at least 200 mm
from the edge as shown in Figure 1. If adhesive tape is used to secure the collectors to the road during
spraying, measure the length and width of each of the areas exposed to the binder spray to the nearest
5 mm for the calculation of the exposed area.

When the rates of transverse distribution are intentionally different in the same transverse profile then
the collectors related to the same measurement should be placed in areas where the intended rate of
spread is the same.

Care should be taken to ensure that when spray curtains are being used, touching the collectors should

be avoided.
Dimensions in millimetres
500 Q
250 7 3
500 g b >
250 6 ><
<10
\ ?
T—
~—8
Key
1 Spraying direction
2 Edge of spray
3 Trays or other collectors (minimum 3)
4  AreaAi
5 Foam sheet or absorbent material insert
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6 Thickness (maximum 25 mm)

7 Tape
8 Metal tray
NOTE Dimensions shown are all internal, with a tolerance of + 2 mm.

Figure 1 — Informative Collectors, diagrammatic

4.3.3 Removal and weighing of the collectors

Within 3 min of the binder being sprayed onto the road, but before any chippings are applied, remove the
collectors from the road surface. Then insert each collector into its own plastic bag, if used, before
weighing it to the nearest 1 g. Care shall be taken not to lose or gain any binder. Weighing shall be carried
out within 10 min unless the plastic bags or similar materials minimize the loss of water from emulsions
or volatiles so that the results are not affected within the tolerances of the test by the time delay before
weighing. Record the mass of each collector and bag, if used, after spraying. The calculation below
assumes the binder mass in kg/m? is known so when measuring rate of spread in L/m? this shall be
converted using the density of the binder at spraying temperature.

NOTE Methods to test the residual binder, permitting the water and volatiles to evaporate, can be used
provided a correlation to the immediate test that has been carried out.

4.4 Expression of results

Calculate the binder mass:

M; =My — My, (1)
where:
M; is the binder mass retained on the collector, expressed in kilograms (kg);

My is the mass of the collector after spraying, expressed in kilograms (kg);

Mi;  is the mass of the collector before spraying, expressed in kilograms (kg).
Calculate the rate of spread:

M;

di = A_ (2)
1
where:
di is the rate of spread of binder, expressed in kilograms per square metre (kg/m2), for
each collector;

M; is the binder mass retained on the collector, expressed in kilograms (kg);
Aj is the area of collector exposed to the binder spray, expressed in square metres (m2).

Calculate the mean rate of spread of the binder:

(d1 +d, +al3+d4+d5 +. dN)

D= 3
N (3)
where:
D is the mean rate of spread of binder, expressed in kilogram per square metre
(kg/m?2), reported to the nearest 0,05 kg/m?;
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ditody are the rates of spread of binder on each collector;
N is the number of collectors used in the test.

Calculate the proportional range:

p - (dmax - dmin)

R = D (4)

where:
Pr  isthe proportional range;
dmax is the highest rate of spread of binder found on an individual collector;
dmin s the lowest rate of spread of binder found on an individual collector.

If the proportional range is greater than 0,20, this indicates the binder spreader is not functioning
properly.
4.5 Testreport

The test report shall contain:

a) astatement that the test has been performed in accordance with this document, including its year of
publication (i.e. prEN 12272-1:2024);

b) identification of sprayer and spray bar used;

c) spray bar height;

d) spray bar pressure (if available);

e) spray bar width used;

f) location of site test;

g) date of test;

h) climatic conditions likely to affect the test result (e.g. windy);

i) binder temperature recorded from the tank;

j) binder type (e.g. binder grade);

k) identification of collectors (type, number, total surface covered);
1) specified rate of spread and tolerance;

m) results as calculated in 4.4 (e.g. rate of spread; proportional range);
n) any deviation from the test method;

0) name and signature of the person responsible for producing the test report.
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