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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 18066:2024) has been prepared by Technical Committee CEN/TC 249 “Plastics”, 
the secretariat of which is held by SIS. 

This document is currently submitted to the CEN Enquiry. 

This document has been prepared under a standardization request addressed to CEN and CENELEC by 
the European Commission. The Standing Committee of the EFTA States subsequently approves these 
requests for its Member States. 
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Introduction 

An important step to achieve circularity in the plastics industry is to pave the way for more use of recycled 
materials in plastic products. To this aim, unplasticized poly(vinyl chloride) (PVC-U) window system 
suppliers commit to raise the uptake of PVC-U recyclate (rPVC-U) in window profiles and related building 
products. Above all, this can be realized by improving the design of plastic products in two directions: 
first, to make them recyclable and second, to increase the content of recycled plastics. 

EN 45560:—1, Method to achieve circular designs of products, proposes a method to achieve circular-ready 
designs of products. EN 45560:—, Table A.1, contains a list of circular-ready attributes including 
rationale and objectives. 

                                                             
1 Under preparation. Stage at the time of publication: prEN 45560:2023. 
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1 Scope 

This document applies to unplasticized poly(vinyl chloride) (PVC-U) profiles that are intended to be used 
for the fabrication of windows and doors in accordance with the EN 14351 series or EN 16034, shutters 
according to EN 13659 and other construction profiles in accordance with the EN 13245 series. 
Furthermore, this document is also applicable for profiles used in other PVC-U products, which can 
include recyclates. This document gives references and specifies general and product-specific design for 
recycling principles. 
NOTE 1 In this document, the term “PVC-U profiles” is used to refer to construction profiles made from PVC-U, 
PVC-UE, and PVC-U-based natural fibre composites (NFC). 

Criteria for the use of materials, process conditions, and recyclability are defined, which are considered 
during the design process. 

This document defines principles to 

— obtain the highest possible share of recyclability of the PVC-U part in the profile, and 

— increase the share of PVC-U recyclate in the profile, 

while complying with requirements for the final product, where existent and defined elsewhere. This 
document establishes flowcharts which help to assess, (i) how recyclability is evaluated and (ii) whether 
inclusion of rPVC-U is possible. 

The following components of the final PVC-U construction product are considered in this document: 

— profiles; 

— reinforcements; 

— gaskets; 

— insulations; 

— coverings. 

This document specifies only the technical connection of the profile to other components (such as glazing 
or hardware) and their impact on the recyclability of the PVC-U profiles. The recyclability of the other 
components (e.g. glazing, aluminium cover, hardware) is excluded from this document. 
NOTE 2 Examples for profiles included in this document and their intended use can be found in Figure 1. 

 

Figure 1 — Examples for profiles included in this document and their intended use (frame and 
sash profile with reinforcements, window, door, cladding and shutter box with shutter) 

2 Normative references 

There are no normative references in this document. 
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3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp/ 

— IEC Electropedia: available at https://www.electropedia.org/ 

3.1 Material definitions 

3.1.1 
internally reused material 
IRM 
reused material from internally extruded, virgin material; this includes mismeasured, unused products 
and offcuts 

Note 1 to entry: “Internally” refers to the same profile manufacturing company group even if located at different 
sites. 

[SOURCE: EN 17508:2021, 3.4, modified – Note 1 and Note 2 to entry removed.] 

3.1.2 
natural fibre composites 
NFC 
material or product made thereof being the result of the combination of one or several natural fibre or 
cellulose-based material(s) with PVC-U, intended to be or being processed through plastic processing 
techniques 

Note 1 to entry: Wood Plastics Composites (WPC) is a particular form of NFC. 

[SOURCE: EN 15534-1:2014+A1:2017, 3.1, modified – replaced “one or several thermoplastics” with 
“PVC-U”, Note 1 to entry added] 

3.1.3 
rPVC-U 
PVC-U recyclate 
recycled or recovered unplasticized or unplasticized expanded poly vinyl chloride based material 

[SOURCE: EN 17508:2021, 3.6, modified – Note 1 and Note 2 to entry removed, added “unplasticized 
expanded”] 

3.1.4 
virgin material 
virgin PVC-U 
material of a defined formulation, which has not been used or processed other than required for its 
manufacture and to which no rPVC-U (3.1.3) has been added 

[SOURCE: EN 17508:2021, 3.3, modified – “virgin material” has been added and Note 1 to entry removed.] 

Full document details: 24/30484776 DC

https://www.iso.org/obp/ui
https://www.electropedia.org/
http://www.avadocuments.com/doc/24-30484776-dc
http://www.avadocuments.com/doc/24-30484776-dc


prEN 18066:2024 (E) 

7 

3.2 General definitions 

3.2.1 
additive 
substance which is used to process or to modify end use properties of plastics 

Note 1 to entry: Mentioned substances are normally included in the carrier matrix. 

Note 2 to entry: Mentioned final use properties are e.g. rigidity, flexibility, colour etc. 

[SOURCE: EN 17615:2022, 3.4, modified – Notes to entry adapted] 

3.2.2 
coextruded profile 
profile produced by using more than one extruder with different PVC-U based materials in one 
production process without mixing them 

[SOURCE: EN 12608-1:2016+A1:2020, 3.2.8, modified – added “based”] 

3.2.3 
component 
part of a window and/or door such as hardware, glazing and gaskets, including profiles 

[SOURCE: EN 17410:2021, 3.7] 

3.2.4 
covered profile 
profile with a non-separable covering, e.g. foil, paint, PMMA layer (polymethylmethacrylate) 

3.2.5 
covering shell 
separable component attached to the profile, e.g., an aluminium shell 

3.2.6 
design for recycling 
design of product, including its individual components, in order to ensure its recyclability under the state-
of-the-art collection, sorting and recycling systems 

3.2.7 
end of life treatment criteria 
end of life of used PVC-U construction profiles commonly characterized through the end of its use, hence 
its replacement in the course of renovation, modernisation or demolition 

3.2.8 
profile 
product produced by extrusion of PVC-U, PVC-UE or/and PVC-U-based NFC virgin and recycled materials 
and/or internally reused materials (IRM) intended to be used in construction 

[SOURCE: EN 12608-1:2016+A1:2020, 3.2.1, modified – materials and use added] 
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