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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/Figure/
Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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INTERNATIONAL ELECTROTECHNICAL COMMISSION 
____________ 

 
ROTATING ELECTRICAL MACHINES –  

 
Part 18-31: Functional evaluation of insulation systems –  

Test procedures for form-wound windings –  
Thermal evaluation and classification of insulation  

systems used in rotating machines 
 
 

FOREWORD 
1) The International Electrotechnical Commission (IEC) is a worldwide organization for standardization comprising 

all national electrotechnical committees (IEC National Committees). The object of IEC is to promote international 
co-operation on all questions concerning standardization in the electrical and electronic fields. To this end and 
in addition to other activities, IEC publishes International Standards, Technical Specifications, Technical Reports, 
Publicly Available Specifications (PAS) and Guides (hereafter referred to as “IEC Publication(s)”). Their 
preparation is entrusted to technical committees; any IEC National Committee interested in the subject dealt with 
may participate in this preparatory work. International, governmental and non-governmental organizations liaising 
with the IEC also participate in this preparation. IEC collaborates closely with the International Organization for 
Standardization (ISO) in accordance with conditions determined by agreement between the two organizations. 

2) The formal decisions or agreements of IEC on technical matters express, as nearly as possible, an international 
consensus of opinion on the relevant subjects since each technical committee has representation from all 
interested IEC National Committees.  

3) IEC Publications have the form of recommendations for international use and are accepted by IEC National 
Committees in that sense. While all reasonable efforts are made to ensure that the technical content of IEC 
Publications is accurate, IEC cannot be held responsible for the way in which they are used or for any 
misinterpretation by any end user. 

4) In order to promote international uniformity, IEC National Committees undertake to apply IEC Publications 
transparently to the maximum extent possible in their national and regional publications. Any divergence between 
any IEC Publication and the corresponding national or regional publication shall be clearly indicated in the latter. 

5) IEC itself does not provide any attestation of conformity. Independent certification bodies provide conformity 
assessment services and, in some areas, access to IEC marks of conformity. IEC is not responsible for any 
services carried out by independent certification bodies. 

6) All users should ensure that they have the latest edition of this publication. 

7) No liability shall attach to IEC or its directors, employees, servants or agents including individual experts and 
members of its technical committees and IEC National Committees for any personal injury, property damage or 
other damage of any nature whatsoever, whether direct or indirect, or for costs (including legal fees) and 
expenses arising out of the publication, use of, or reliance upon, this IEC Publication or any other IEC 
Publications.  

8) Attention is drawn to the Normative references cited in this publication. Use of the referenced publications is 
indispensable for the correct application of this publication. 

9) Attention is drawn to the possibility that some of the elements of this IEC Publication may be the subject of patent 
rights. IEC shall not be held responsible for identifying any or all such patent rights. 

International Standard IEC 60034-18-31 has been prepared by IEC technical committee 2: 
Rotating machinery. 

This second edition cancels and replaces the first edition published in 1992, and its amendment 
1 (1996), of which it constitutes a technical revision. 

The main technical changes with regard to the previous edition include: 

– Definition of the test method and sub-cycles required to establish a consistent standardized 
platform for thermal ageing of insulation systems for form-wound windings. 

– Recommendations for establishing a thermal life curve based on confidence intervals. 
– Comparison of candidate and reference system performance for specific requirements of 

thermal class, within feasible limits. 
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The text of this standard is based on the following documents: 

Enquiry draft Report on voting 

  

Full information on the voting for the approval of this standard can be found in the report on 
voting indicated in the above table. 

This publication has been drafted in accordance with the ISO/IEC Directives, Part 2. 

NOTE A table of cross-references of all IEC TC 2 publications can be found on the IEC TC 2 dashboard on the IEC 
website. 

The committee has decided that the contents of this publication will remain unchanged until the 
stability date indicated on the IEC web site under "http://webstore.iec.ch" in the data related to 
the specific publication. At this date, the publication will be  

• reconfirmed, 
• withdrawn, 
• replaced by a revised edition, or 
• amended. 
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INTRODUCTION 

IEC 60034-18 comprises several parts, dealing with different types of functional evaluation and 
special kinds of test procedures for insulation systems of rotating electrial machines. 
IEC 60034-18-1 provides general guidelines for such procedures and qualification principles. 
The subsequent parts IEC 60034-18-21, IEC 60034-18-31, IEC 60034-18-32, 
IEC 60034-18-33, IEC 60034-18-34, IEC 60034-18-41 and IEC 60034-18-42 give detailed 
procedures for the various types of windings.  

IEC 60034-18-31 describes thermal evaluation and classification of insulation systems for form-
wound windings. It provides standard thermal ageing techniques and diagnostic test 
procedures. 

Parts relevant to this document are: 

– IEC 60034-18-1: General guidelines  
– IEC 60034-18-21: Test procedures for wire-wound windings  
– IEC 60034-18-41: Qualification and type tests for Type I electrical insulation systems used 

in rotating electrical machines fed from voltage converters 
– IEC 60034-18-42: Qualification and acceptance tests for partial discharge resistant 

electrical insulation systems (Type II) electrical insulation systems used in rotating electrical 
machines fed from voltage converters  
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ROTATING ELECTRICAL MACHINES –  
 

Part 18-31: Functional evaluation of insulation systems –  
Test procedures for form-wound windings –  

Thermal evaluation and classification of insulation  
systems used in rotating machines 

 
 
 

1 Scope 

This part of IEC 60034 describes thermal endurance test procedures for classification of 
insulation systems used in a.c. or d.c. rotating electrical machines up to rated voltages of 15_kV 
with indirect aircooling and form-wound windings.  

The test performance of a candidate insulation system is compared to the test performance of 
a reference insulation system with proven service experience. 

The test procedures described in IEC 60034-18-31 are intended to compare the thermal 
endurance performance of the mainwall insulation between conductor(s) and ground and, where 
required by the design of the coil or bar, the insulation between the turns. 

The outcome of this thermal aging test is comparative and does not allow an estimate to be 
made, e. g. by extrapolation or calculation, of a definite lifetime in service because a 
combination of aging stresses or additional factors can intervene. The test is not intended to 
simulate the in-service mechanical stresses experienced by the endwinding bracing or support 
materials. It does not include the evaluation of thermo-mechanical deterioration by expansion 
and contraction of insulation during temperature cycling. 

IEC 60034-18-1 describes in detail the general aspects and procedures for the functional 
evaluation of an insulation system as well as the impact of different aging factors. IEC 60034-
18-1 is the leading document for the whole IEC 600-34-18 series and provides as well testing 
principles applicable to thermal endurance testing of insulation systems used in rotating 
electrical machines. The principles of IEC 60034-18-1 are followed unless otherwise stated in 
IEC60034-18-31. 

The thermal class for the insulation system refers to its maximum allowed (“hot spot”) 
temperature. The average temperature measured in service should not exceed the allowed 
temperature rise according to IEC 60034-1. 

The insulation system class temperature is not directly related to equipment operating or service 
temperatures or to service life. The limiting temperature at which an insulation system may be 
operated depends upon the degree and intermittency of the loading, the degree of reliability 
required, and the length of the life desired. 

NOTE 1 Large machines using bars, may require special thermal evaluation test procedures which are not included 
in this part.  

NOTE 2 Recommended parameters for the diagnostic test may be applied according to IEC 60034-18-42 to form-
wound coils designed with Type II insulation systems for use in converter applications. 

2 Normative references 

The following documents, in whole or in part, are normatively referenced in this document and 
are indispensable for its application. For dated references, only the edition cited applies. For 

Full document details: 24/30485869 DC

https://doi.org/10.3403/01550986U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/01548832U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/01548832U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://avadocuments2026.com/doc/24-30485869-dc
http://avadocuments2026.com/doc/24-30485869-dc


2/2176/CD – 8 – IEC CD 60034-18-31 © IEC 2024 

Working Draft V07 

undated references, the latest edition of the referenced document (including any amendments) 
applies. 

IEC 60034-15:2009, Rotating electrical machines – Part 15:  Impulse voltage withstand levels 
of form-wound stator coils for rotating a.c. machines 

IEC 60034-18-1:2010, Rotating electrical machines – Part 18-1: Functional evaluation of 
insulation systems – General guidelines 

IEC 60034-18-42, Rotating electrical machines – Part 18-42: Qualification and acceptance tests 
for partial discharge resistant electrical insulation systems (Type II) used in rotating electrical 
machines fed from voltage converters 

IEC 60060-1, High-voltage test techniques – Part 1: General definitions and test requirements 

IEC 60085, Electrical Insulation – Thermal evaluation and designation 

IEC 60216-1, Electrical insulating materials – Properties of thermal endurance – Part 1: Ageing 
procedures and evaluation of test results  

IEC 60216-4-1, Electrical insulating materials – Thermal endurance properties – Part 4-1: 
Ageing ovens – Single-chamber ovens 

IEC 60216-5, Electrical insulating materials – Thermal endurance properties – Part 5: 
Determination of relative thermal endurance index (RTE) of an insulating material 

IEC 60505, Evaluation and qualification of electrical insulation systems 

IEC 61858-2:2014, Electrical insulation systems – Thermal evaluation of modifications to an 
established electrical insulation system (EIS) – Part 2: Form wound EIS 

3 General considerations 

3.1 Reference insulation system 

A reference insulation system, as described in 4.3 of IEC 60034-18-1, shall be tested using the 
same procedure as that used for the candidate system. 

Acceptable service life of a low voltage system does not automatically qualify a high voltage 
(HV) system, especially since HV systems usually feature additional materials: for example 
corona suppression systems and enhanced turn insulation. These materials may affect the 
design and thermal endurance of the system.  

. 

In case, that 

a) no reference system with reliable service data exists,  

b) the operational mode of the candidate system will be totally different than the service 
experience of the reference system or  

c) for the comparison and pre-validation of new insulation systems and manufacturing 
processes  
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