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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 15416-1:2024) has been prepared by Technical Committee CEN/TC 193 
“Adhesives”, the secretariat of which is held by UNE. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 15416-1:2017. 

This document is intended to harmonize the provisions in EN 14080:2013, B.2, EN 15497:2014 and 
EN 16254:2023, Annex B and EN 16351. 

It differs with respect to the following: 

a) consistent specification of the test method for the determination of the long-term performance at 
varying climate conditions in one standard; 

b) reference to EN 16254 for EPI adhesives added in the scope; 

c) Figure 1 and Figure 2 for connection device added; 

d) alternative cutting scheme of the components of the test sticks presented in Figure 4. 

This document includes the following significant technical changes with respect to EN 15416-1:2017: 

a) dated reference to EN 302-3 changed to an undated reference; 

b) terms and definitions added as Clause 3; 

c) glue line thickness for different application areas in 6.1 described in more detail; 

d) use of spacers with different thickness for preparation of test sticks added in 6.3; 

e) editorial changes. 
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Introduction 

This document is one of a series dealing with adhesives for use with timber structures, and is published 
in support of the EN 1995 series, Eurocode 5: Design of timber structures. The series consists of five 
classification and performance requirements for adhesives for load-bearing timber structures, phenolic 
and aminoplastic adhesives (EN 301), one component polyurethane adhesives (EN 15425), emulsion 
polymer isocyanate adhesives (EN 16254), two component epoxy and polyurethane adhesives for glued 
in rods (EN 17334) and for on-site repair of cracked timber structures (EN 17418) and all together twelve 
test methods (EN 302-1, EN 302-2, EN 302-3, EN 302-4, EN 302-5, EN 302-6, EN 302-7 and EN 302-8 and 
EN 15416-1, EN 15416-3, EN 15416-4 and EN 15416-5). 

These European standards have the following titles: 

EN 301, Adhesives, phenolic and aminoplastic, for load-bearing timber structures — Classification and 
performance requirements 

EN 302, Adhesives for load-bearing timber structures — Test methods: 

— Part 1: Determination of longitudinal tensile shear strength 

— Part 2: Determination of resistance to delamination 

— Part 3: Determination of the effect of acid damage to wood fibres by temperature and humidity cycling 
on the transverse tensile strength 

— Part 4: Determination of the effects of wood shrinkage on the shear strength 

— Part 5: Determination of maximum assembly time under referenced conditions 

— Part 6: Determination of the minimum pressing time under referenced conditions 

— Part 7: Determination of the working life under referenced conditions 

— Part 8: Static load test of multiple bond line specimens in compression shear 

EN 15416, Adhesives for load bearing timber structures other than phenolic and aminoplastic — Test 
methods: 

— Part 1: Long-term tension load test perpendicular to the bond line at varying climate conditions with 
specimens perpendicular to the glue line (Glass house test) 

— Part 3: Creep deformation test at cyclic climate conditions with specimens loaded in bending shear 

— Part 4: Determination of open assembly time under referenced conditions 

— Part 5: Determination of minimum pressing time under referenced conditions 

EN 15425, Adhesives — One component polyurethane (PUR) for load-bearing timber structures — 
Classification and performance requirements 

EN 16254, Adhesives — Emulsion polymer isocyanate (EPI) for load-bearing timber structures — 
Classification and performance requirements 

EN 17334, Glued-in rods in glued structural timber products — Testing, requirements and bond shear 
strength classification 

EN 17418, Two-component epoxy and polyurethane adhesives for on-site repair of cracked timber 
structures — Testing, requirements and repair strength verification 
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