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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document has been prepared by Technical Committee CEN/TC 249 “Plastics”, the secretariat of 
which is held by SIS. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 13207:2018. 

prEN 13207:2024 includes the following significant technical changes with respect to EN 13207:2018: 

— Clause 5 on materials has been added; 

— Clauses 10, 11 and 12 on designation, marking and instructions for storage, installation and use of 
thermoplastic films and tubes, respectively, have been modified; 

— Clause 13 on the design-for-recycling of end of life of thermoplastic films and tubes has been added; 

— Clause 14 on removal and collection instructions of used thermoplastic films and tubes has been 
modified, referring to prEN 181091 for additional information; 

— the informative Annex B on the guidance for use and disposal of thermoplastic films and tubes has 
been deleted. 

This document has been prepared under a standardization request addressed to CEN by the European 
Commission. The Standing Committee of the EFTA States subsequently approves these requests for its 
Member States. 

                                                             
1 Under preparation 
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1 Scope 

This document specifies the requirements related to dimensional, mechanical, and optical 
characteristics of thermoplastic films and tubes used during the manufacture of silage and designed to 
last at least one year for protecting fodder. 

It specifies a classification for the durability of silage films and the test methods referred to in this 
document. 

This document is applicable to transparent, black, white or coloured (e.g. black/white) thermoplastic 
silage films based on polyethylene, ethylene copolymer, EVOH and polyamide. 

These films are intended for covering bunker silos, silage tubes or silage clamps for preserving forage. 
They protect the forage and preserve it from rain and air. These films are not intended to cover bales 
piles (e.g. straw bales and hay bales). 

Silage films obtained by sealing two or more films in machine direction are out of the scope of this 
document. 

This document also defines installation, use and removal conditions of silage films. It defines the 
conventional useful lifetime, as well as rules that allow evaluating the remaining use potential in the 
event of a failure before the normal end-of-use date. 
NOTE These rules allow estimating the residual value of the films. These provisions only apply to the film 
itself and the damage it has undergone. Any other problem falls within the scope of professional practices and the 
general terms and conditions of sale. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 16472, Plastics — Method for artificial accelerated photoageing using medium pressure mercury 
vapour lamps 

prEN 18109:2024, Agricultural plastic products — Installation, use, removal, sorting, collection, 
preparation for recycling and design-for-recycling guidelines 

EN ISO 527-1, Plastics — Determination of tensile properties — Part 1: General principles (ISO 527-1) 

EN ISO 527-3:2018, Plastics — Determination of tensile properties — Part 3: Test conditions for films and 
sheets (ISO 527-3:2018) 

EN ISO 4892-1, Plastics — Methods of exposure to laboratory light sources — Part 1: General guidance 
(ISO 4892-1) 

EN ISO 4892-2:2013, Plastics — Methods of exposure to laboratory light sources — Part 2: Xenon-arc 
lamps (ISO 4892-2:2013) 

EN ISO 4892-3:2016, Plastics — Methods of exposure to laboratory light sources — Part 3: Fluorescent UV 
lamps (4892-3:2016) 

EN ISO 7765-1:2024, Plastics film and sheeting — Determination of impact resistance by the free-falling 
dart method — Part 1: Staircase methods (ISO 7765-1:2024) 

ISO 4593, Plastics — Film and sheeting — Determination of thickness by mechanical scanning 
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ISO 4592, Plastics — Film and sheeting — Determination of length and width 

ISO 15105-2:2003, Plastics — Film and sheeting — Determination of gas-transmission rate — Part 2: 
Equal-pressure method 

ISO 22095:2020, Chain of custody — General terminology and models 

ISO/TR 19032, Plastics — Use of polyethylene reference specimens (PERS) for monitoring laboratory and 
outdoor weathering conditions 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp/ 

— IEC Electropedia: available at https://www.electropedia.org/ 

3.1 
width 
overall width of the film when laid flat 

Note 1 to entry: It is expressed in millimetres, mm. 

3.2 
nominal width 
width of the film, as declared by the manufacturer/supplier 

Note 1 to entry: It is expressed in millimetres, mm. 

3.3 
nominal thickness 
thickness of a film, as declared by the manufacturer/supplier 

Note 1 to entry: It is expressed in micrometres, μm. 

3.4 
roll length 
largest dimension of a film corresponding to the length of the unwinded roll 

Note 1 to entry: It is expressed in metres, m. 

3.5 
nominal length 
length of a film roll or a sheet, as declared by the manufacturer/supplier 

Note 1 to entry: It is expressed in metres, m. 

3.6 
nominal mass 
mass of a roll or a sheet, as declared by the manufacturer/supplier 

Note 1 to entry: It is expressed in kilograms, kg. 
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3.7 
longitudinal direction 
MD 
direction parallel to the roll length, corresponding to the extrusion direction 

3.8 
transverse direction 
TD 
direction parallel to the width, at right angle to the length 

3.9 
conventional expected lifetime 
expected lifetime defined by agreement between the manufacturer/supplier and the customer or, by 
default, minimum twelve months 

Note 1 to entry: It is expressed in years or months. 

3.10 
radiant exposure 
H 
time integral of irradiance 

Note 1 to entry: It is measured in joules per square metre (J ⋅ m−2). 

[SOURCE: ISO 9370:2017, 3.27] 

3.11 
design for recycling 
design of product, including the related accessories, in order to ensure its recyclability under the 
current practices of removal, sorting, collection and recycling systems 

Note 1 to entry: The purpose with the design for recycling criteria is to be able to use the recyclates back in the 
same product, independent of producer of material. 

[SOURCE: prEN 18109] 

3.12 
mechanical recycling 
processing of plastic waste into secondary raw materials or products without significantly changing the 
chemical structure of the material 

Note 1 to entry: Plastics secondary raw material is a synonym of recyclate. 

[SOURCE: EN ISO 472:2013, 2.1697, modified — Note 1 to entry changed; “plastics waste” changed to 
read “plastic waste”][3] 

3.13 
post-consumer plastic 
plastic, generated by the end-users of products, that has fulfilled its intended purpose and can no longer 
be used for its intended purpose 

Note 1 to entry: The term “post-use” is sometimes used synonymously 

Note 2 to entry: Often abbreviated as PCR 

Full document details: 24/30491488 DC

http://www.avadocuments.com/doc/24-30491488-dc
http://www.avadocuments.com/doc/24-30491488-dc

