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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 206-3:2024) has been prepared by Technical Committee CEN/TC 104 “Concrete 
and related products”, the secretariat of which is held by SN. 

This document is currently submitted to the CEN Enquiry. 

This document will partially supersede EN 206:2013+A2:2021. 

EN 206-3 was based on the contents of Annex D (Additional requirements for the specification and 
conformity of concrete for special geotechnical works [foundation engineering]) from the previous 
EN 206:2013+A2:2021. Annex D has been completely incorporated into EN 206-3. In particular, the 
following new key points were included in the development of EN 206-3: 

a) testing standards on fresh concrete properties as an addition to the EN 12350-series; 

b) reference to non-specified material like cementitious compound, clay minerals or “special 
admixtures”; 

c) reference to temporary works; 

d) reference to non-structural members. 

This document forms part of three European Standards, written by CEN/TC 104 and covering 
specification, performance, production and conformity of concrete. 

— Concrete — Specification, performance, production and conformity — Part 1: Performance, 
requirements, factory production control and assessment criteria for individual values. 

— Concrete — Specification, performance, production and conformity — Part 2: Conformity 
assessment and certification. 

— Concrete — Concrete — Specification, performance, production and conformity — Part 3: Additional 
requirements for specification and conformity of concrete for special geotechnical works 
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0 Introduction 

0.1 Introduction to prEN 206-3 

(1) This document defines tasks for the specifier, producer and user. 

(2) If the concrete is in conformity with this document or provisions in prEN 206-1 and prEN 206-2, the 
concrete in the structure is deemed to satisfy the durability requirements for the intended use in the 
specific environmental condition, provided: 

— the appropriate exposure classes were selected; 

— the concrete has the minimum cover to reinforcement in accordance with the relevant design 
standard required for the specific environmental condition, e.g. EN 1992-1-1; 

— the concrete is properly placed, compacted and cured, e.g. in accordance with EN 13670 or other 
relevant standards; 

— the appropriate maintenance is applied during the working life. 

(3) This document deals with parts of the interface between prEN 206 and standards for the execution 
of special geotechnical works, see Figure 1. 

 

Figure 1 — Relationship between prEN 206-3 and the standards for the execution of special 
geotechnical works – concrete related standards 

0.2 Provisions valid in the place of use for prEN 206-3 

(1) This document will be applied under different climatic and geographical conditions, different levels 
of protection and under different, well established, regional traditions and experience. Classes for 
concrete properties have been introduced to cover these situations. Where such general solutions were 
not possible, the relevant clauses contain permission for the application of provisions valid in the place 
of use of the concrete. 

(2) National choice is allowed in this document where explicitly stated that provisions valid in the place 
of use may be given. 

(3) The national standard implementing prEN 206-3 can have a National Annex or complementary 
standard containing all national choices to be used in the relevant country. 

(4) National choice is allowed in prEN 206-3 in the following: 
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4.1 (1) 4.1 (2) 4.2 (1) 4.3 (4) 

4.6 (1) 4.6 (2) 5.1 (1) 5.4.1 (3) 
NOTE The National Annex can contain, directly or by reference, non-contradictory complementary information 
for ease of implementation, provided it does not alter any provisions of this document. 
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1 Scope 

(1) This document specifies additional requirements to prEN 206-1 for the constituents, specification 
and conformity control of concrete used in: 

— bored piles constructed in accordance with EN 1536; 

— diaphragm walls constructed in accordance with EN 1538; 

— cast-in-place displacement piles constructed in accordance with EN 12699; 

— micropiles constructed in accordance with EN 14199. 

(2) The requirements provided in this document are specified in accordance with prEN 206-1:2024, 7.2 
Specifications for designed concrete. 

(3)  This document can also apply to applications in special geotechnical works other than those listed 
above. 
NOTE 1 For special geotechnical works provisions on cement, minimum cement content, minimum fines content, 
maximum water/binder ratio, target values of fresh concrete properties and maximum tolerances for target values 
can deviate from the provisions for other works in prEN 206-1. 

(4) This document is based on the assumption that the specification is based on considerations including 
the site conditions and the conditions for execution of concrete used in special geotechnical works. 
NOTE 2 Guidance for the specification of concrete used in special geotechnical works can be found in the 
informative Annex A. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 206:2013+A2:2021, Concrete - Specification, performance, production and conformity 

prEN 206-1, Concrete — Specification, performance, production and conformity — Part 1: Performance, 
requirements, factory production control and assessment criteria for individual values 

prEN 206-2, Concrete - Specification, performance, production and conformity - Part 2: Conformity 
assessment and certification 

EN 12350-1, Testing fresh concrete - Part 1: Sampling and common apparatus 

EN 12350-2, Testing fresh concrete - Part 2: Slump test 

EN 12350-5, Testing fresh concrete - Part 5: Flow table test 

EN 12350-8, Testing fresh concrete - Part 8: Self-compacting concrete - Slump-flow test 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in prEN 206-1 and prEN 206-2 and 
the following apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 
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