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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 1420:2024) has been prepared by Technical Committee CEN/TC 164 “Water 
supply”, the secretariat of which is held by AFNOR. 

This document will supersede EN 1420-1:2016. 

This document includes the following standards: 

— EN 13052-1:2001, Influence of materials on water intended for human consumption – Organic 
materials – Determination of colour and turbidity of water in piping systems – Part 1: Test method 

— EN 14395-1:2004, Influence of organic materials on water intended for human consumption — 
Organoleptic assessment of water in storage systems — Part 1: Test method 

This document has been prepared under a mandate given to CEN by the European Commission and the 
European Free Trade Association. 

prEN 1420:2024 includes the following significant technical changes with respect to EN 1420-1:2016: 

— the test methods for turbidity and colour have been included, 

— the scope of the standard has been extended: all organic products (included storage systems) can 
be tested according to this standard. 
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Introduction 

In respect of potential adverse effects on the quality of the water intended for human consumption, 
arising from contact with materials used for conveying and distribution, it is recalled to mind that, 
national regulations remain in force. 
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1 Scope 

This document specifies a procedure for obtaining a migration water to determine odour, flavour, 
colour and turbidity for products made from organic materials intended to come in contact with water 
for human consumption (drinking water) and used in piping and storage systems. Such products 
include pipes, tanks, reservoirs, fittings, ancillaries and their coatings both for site applied and factory-
made products. 

This document is applicable to products to be used under various conditions for the transport, storage 
and distribution of water intended for human consumption and raw water used for the manufacture of 
water intended for human consumption. 

This document specifies a test method comprising a set of procedures. The use might be dependent on 
the relevant national regulations and/or the system or product standards. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 1622, Water quality — Determination of the threshold odour number (TON) and threshold flavour 
number (TFN) 

EN 12873-1, Influence of materials on water intended for human consumption — Influence due to 
migration — Part 1: Test method for factory-made products made from or incorporating organic or glassy 
(porcelain/vitreous enamel) materials 

EN 12873-2, Influence of materials on water intended for human consumption — Influence due to 
migration — Part 2: Test method for non-metallic and noncementitious site-applied materials 

EN ISO 7393-2, Water quality — Determination of free chlorine and total chlorine — Part 2: Colorimetric 
method using N,N-dialkyl-1,4-phenylenediamine, for routine control purposes (ISO 7393-2) 

EN ISO 7027-1, Water quality — Determination of turbidity — Part 1: Quantitative methods (ISO 7027-1) 

EN ISO 7887, Water quality — Examination and determination of colour (ISO 7887) 

3 Terms and definitions 

For the purposes of this document, the following terms and definitions apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp/ 

— IEC Electropedia: available at https://www.electropedia.org/ 

3.1 
blank water 
test water which has been kept at the same specified conditions as migration water but without contact 
with the test piece 
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3.2 
colour 
optical property that causes the changing of the spectral composition of transmitted visible light 
measured at three wavelengths 

[SOURCE: EN ISO 7887, 3] 

3.3 
fitting, ancillary 
complete functional unit made up of one or more components and materials, parts of which are in 
contact with drinking water, e.g. taps, valves 

3.4 
flavour 
complex combination of the olfactory, gustatory and trigeminal sensations perceived during tasting 
which may be influenced by tactile, thermal, painful and/or kinaesthesic effects 

[SOURCE: EN ISO 5492] 

3.5 
membranes 
elastomer as used in pressure relief devices 

3.6 
migration water 
test water which has been in contact with a test piece under specified conditions 

3.7 
odour 
organoleptic attribute perceptible by the olfactory organ on sniffing certain volatile substances 

[SOURCE: EN ISO 5492] 

3.8 
panel coordinator 
person responsible for the qualification of the members of the odour/flavour panel (panellists) and the 
check of the reliability of the determined TON-/TFN-results 

3.9 
prewashing water 
tapwater without any odour and flavour and a chlorine content less than 0,05 mg/l as Cl2 

3.10 
product 
manufactured item, in its finished form 

3.11 
sample 
one or more units, or a specified quantity, drawn from a batch or lot, selected at random for inspection 

3.12 
site-applied product 
product where the final surface in contact with drinking water is prepared on site 
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