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Introduction
This draft standard is based on national and international discussions. Your comments on this draft are invited and will assist in
the preparation of the consequent standard.

For international standards, comments will be reviewed by the relevant UK national committee before sending the consensus
UK vote and comments to the international committee, which will then decide appropriate action. If the international standard is
approved, it is usual for the text to be published as a British Standard.

For national standards, comments will be reviewed by the relevant UK national committee and the resulting standards published
as a British Standard.

UK Vote
Please indicate whether you consider the UK should submit a negative (with supporting technical reasons) or positive vote on
this draft. Please indicate if you are aware of any reason why this draft standard should not be published as a British Standard.

Submission of Comments
- Annotated drafts are not acceptable and will be rejected.

- All comments should be submitted online at https://standardsdevelopment.bsigroup.com/. You will need to register in
order to comment.

Template for comments and secretariat observations Date: xx/xx/20xx Document: ISO/DIS xxxx

1 2 (3) 4 5 (6) 7

MB Clause No./ Subclause
No./Annex (e.g. 3.1)

Paragraph/
Figure/Table/Note

Type of
comment

Commend (justification
for change) by the MB

Proposed change by the MB Secretariat observations on
each comment submitted

3.1 Definition 1 ed Definition is ambiguous and needs
clarifying.

Amend to read '...so that the mains
connector to which no connection...'

6.4 Paragraph 2 te The use of the UV photometer as
an alternative cannot be supported
as serious problems have been
encountered in its use in the UK.

Delete reference to UV photometer.
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European foreword 

This document (prEN 14587-3:2025) has been prepared by Technical Committee CEN/TC 256 “Railway 
applications”, the secretariat of which is held by DIN. 

This document is currently submitted to the CEN Enquiry. 

This document will supersede EN 14587-3:2012. 

In comparison with the previous edition EN 14587-3:2012, mainly the following technical modifications 
have been made: 

— clarification in how foot dimensions have to be measured, introducing a gauge and table for 
reference; 

— introducing cleaner instruction for the testing sequence, more details for visual inspection; 

— a better description of flat spots and clearer criteria for micro structure examination; 

— criteria for cross acceptance of materials; 

— added bend test requirements for high strength steels; 

— a new annex as guidance for geometrical inspection of welded joints. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. 

CEN shall not be held responsible for identifying any or all such patent rights. 

This document has been prepared under a standardization request addressed to CEN by the European 
Commission. The Standing Committee of the EFTA States subsequently approves these requests for its 
Member States. 

This document is one of three parts in the EN 14587 series of standard “Railway applications – Track – 
Flash butt welding of rails”. The list of parts is as follows: 

— Part 1: New R220, R260, R260Mn, R320Cr, R350HT, R350LHT, R370CrHT and R400HT grade rails 
in a fixed plant; 

— Part 2: New R200, R220, R260, R260Mn, R320Cr, R350HT, R350LHT, R370CrHT and R400HT grade 
rails by mobile welding machines at sites other than a fixed plant; 

— Part 3: Welding in association with crossing construction (the present standard). 

 

Full document details: 25/30500369 DC

https://doi.org/10.3403/30195287?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30195287?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/25-30500369-dc
http://www.avadocuments.com/doc/25-30500369-dc


prEN 14587-3:2025 (E) 

6 

Introduction 

This part three of EN 14587 standard has four main topics: 

— procedure approval for a fixed plant; 

— requirements of a welding process; 

— weld production following approval; 

— approval of other rail profile or grades. 

The European standard satisfies the needs of the railway authority. The manufacturer should achieve the 
specified requirements of this European standard. 
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1 Scope 

This document specifies requirements for the approval of a welding process in a fixed plant, together 
with the requirements for subsequent welding production. 

This document applies to new Vignole rails manufactured in accordance to EN 13674-1 and welded by 
flash butt welding to crossing components in a fixed plant, and intended for use on railway 
infrastructures. 

This document applies to cast Manganese crossings manufactured to EN 15689, fabricated crossings 
manufactured from rail and crossings manufactured from forged/rolled premium steels. 
NOTE EN 14587-1 is also used for the flashed butt welding of switches. 

Sometimes special profiles exist in crossing construction, which are not rail profiles as defined in 
EN 13674 series (example: profile with machined off rail foot). In these cases, tests are defined by the 
railway authority in participation with the manufacturer. 

2 Normative references 

The following documents are referred to in the text in such a way that some or all of their content 
constitutes requirements of this document. For dated references, only the edition cited applies. For 
undated references, the latest edition of the referenced document (including any amendments) applies. 

EN 13018, Non-destructive testing — Visual testing — General principles 

EN ISO 3452-1, Non-destructive testing — Penetrant testing — Part 1: General principles (ISO 3452-1) 

EN ISO 9712, Non-destructive testing — Qualification and certification of NDT personnel (ISO 9712) 

EN 1371-1, Founding — Liquid penetrant testing — Part 1: Sand, gravity die and low pressure die casting 

EN 13674-1, Railway applications — Track — Rail — Part 1: Vignole railway rails 46 kg/m and above 

EN 13674-2, Railway applications — Track — Rail — Part 2: Switch and crossing rails used in conjunction 
with Vignole railway rails 46 kg/m and above 

EN 13674-4, Railway applications — Track — Rail — Part 4: Vignole railway rails from 27 kg/m to, but 
excluding 46 kg/m 

EN 14587-1:2018, Railway applications — Infrastructure — Flash butt welding of rails — Part 1: R220, 
R260, R260Mn, R320Cr, R350HT, R350LHT, R370CrHT and R400HT grade rails in a fixed plant 

EN 17343, Railway applications — General terms and definitions 

EN ISO 6507-1, Metallic materials — Vickers hardness test — Part 1: Test method (ISO 6507-1) 

EN ISO 7500-1:2018, Metallic materials — Calibration and verification of static uniaxial testing machines 
— Part 1: Tension/compression testing machines — Calibration and verification of the force-measuring 
system (ISO 7500-1:2018) 

EN ISO 11666, Non-destructive testing of welds — Ultrasonic testing — Acceptance levels (ISO 11666) 

EN ISO 17638, Non-destructive testing of welds — Magnetic particle testing (ISO 17638) 
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EN ISO 17640, Non-destructive testing of welds — Ultrasonic testing — Techniques, testing levels, and 
assessment (ISO 17640) 

EN ISO 23278:2015, Non-destructive testing of welds — Magnetic particle testing — Acceptance levels 
(ISO 23278:2015) 

EN ISO 23279, Non-destructive testing of welds — Ultrasonic testing — Characterization of discontinuities 
in weld (ISO 23279) 

3 Terms and definitions 

For the purposes of this document, the terms and definitions given in EN 17343 and the following apply. 

ISO and IEC maintain terminology databases for use in standardization at the following addresses: 

— ISO Online browsing platform: available at https://www.iso.org/obp/ 

— IEC Electropedia: available at https://www.electropedia.org/ 

3.1 
austenitic component 
part made from high manganese steel and austenitic micro structure with a manganese content of (11,5 
to 14,0) % and a carbon content of (0,95 to 1,3) % 

3.2 
insert 
is an intermediate part between the rail and the crossing when the crossing is made from austenitic 
manganese steel 

Note 1 to entry: The insert is compatible with the rail and the austenitic crossing material. It allows different 
welding procedures between the rail/insert weld and the insert/crossing weld. In general, the insert material is a 
stainless steel. 

3.3 
manufacturer 
company that joins rails to rails, rails to crossings and rails to crossing components by flash butt welding 
in a fixed plant 

3.4 
purchaser 
buyer of the flash butt welded crossings working in accordance with the requirements of the railway 
authority 

3.5 
railway infrastructure 
permanent way of national or private railways 

3.6 
fixed plant 
stationary machine for flash butt welding of rails to rails, rails to crossings and rails to crossing 
components 

3.7 
die burn 
damage caused by localised overheating on the electrode contact surfaces (see Annex A) 
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3.8 
upset 
metal extruded around the rail profile as a result of forging 

3.9 
specimen 
portion detached from a welded component or a welded joint and prepared as required for testing 

3.10 
profile finishing 
operation by which the rail or relevant part of the component at the weld is returned to original profile, 
by removal of upset material 

Note 1 to entry: This operation can be achieved by grinding, milling, planning or any other suitable means. 

3.11 
finished condition 
welded and profile finished 

3.12 
flat spot 
feature having a localised smooth texture when viewed in a vertical transverse section (see Figure A.1 
and Figure A.2) 

Note 1 to entry: When viewed longitudinally in macro this may appear as a lens-shaped feature. 

3.13 
lack of bond 
area within the weld where there is no metal to metal contact (excluding flat spots and bright spots) 

Note 1 to entry: This may appear as a linear discontinuity at the interfaces when examined in the finished condition 
or after sectioning. 

3.14 
welded zone 
area of 50 mm on either side of the weld centreline 

3.15 
throat flare 
wing entry flare (front) machining or setting of wings to give an entry flare into the throat 

3.16 
foundry method 
system to produce a casting made of austenitic manganese steel 

3.17 
workpiece 
crossing component, insert rail or rail leg-end extension 

3.18 
railway authority (RA) 
either the railway regulator or the owner of the railway infrastructure or the custodian with a delegated 
responsibility for a railway infrastructure 
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3.19 
as welded condition 
rails that have been welded and/or trimmed only 

3.20 
bainitic component 
part made from bainitic rail steel, whose chemical and mechanical properties are defined 

4 Information to be supplied for approval of procedure 

4.1 By the purchaser 

The following information shall be supplied by the purchaser, agreed upon by the manufacturer, and shall 
be fully documented: 

a) the rail profile and crossing geometrical details; 

b) the rail and crossing grades/materials; 

c) the profile class of the rail leg-end extension as specified in EN 13674-1, EN 13674-2 or EN 13674-4; 

d) alignment class/classes of the flash butt welds (see Table 1); 

e) the type of fatigue tests (if applicable) for approval; 

f) tolerances at rail ends on the delivered crossing; 

g) minimum length of the rail leg-end extension; 

h) rail profile, number and frequency of production bend tests (see 13.7); 

i) requirements of any track trials; 

j) where applicable: Chemical and mechanical properties of rail steels not covered by EN standards 
(rail or crossing part). 

4.2 By the manufacturer 

The following information shall be supplied by the manufacturer, agreed upon by the purchaser, and shall 
be fully documented: 

a) a qualified weld procedure; 

b) traceability system of the welds; 

c) type and identification number of machine being used. 

5 Approval of the manufacturer 

5.1 General 

The manufacturer shall meet the approval requirements as defined in 5.2 to 5.7. The purchaser reserves 
the right to audit the manufacturer at any time. 
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5.2 Welding procedure 

The manufacturer shall use welding procedures and flash butt welding machines that are approval by the 
RA. 
5.3 Operators 

The manufacturer shall maintain a system that ensures the competence of their welding operators by 
appropriate training and assessment. 
5.4 Supervision 

The manufacturer shall maintain a management and supervision system of flash butt welding that 
complies with the requirements of the purchaser. 
5.5 Weld inspection 

The manufacturer shall maintain a system of weld inspection according to the purchaser requirements. 
Instances of non-conformity found during these inspections shall be recorded in the traceability system. 
5.6 Equipment 

Equipment shall comply with the operating manual. Inspection and calibration equipment shall comply 
with those requirements as agreed between the manufacturer and the purchaser. 
5.7 Quality assurance 

The manufacturer shall apply a quality management system approved and verified by an independent 
body or any other organisational system of control accepted by the purchaser. 
NOTE More information about quality management systems are provided by EN ISO 9001. 

6 Requirements for the welding 

6.1 General 

All welding shall be carried out on a flash butt welding machine using an automatic, programmed welding 
sequence using RA approved procedures. 
6.2 Workpiece preparation 

The crossing/insert/rail faces to be welded shall always be sawn, disc cut or machined prior to welding 
and shall conform to the tolerances given in Figure 1. Areas of electrical contact on the workpieces and 
the machine shall be clean and free of any deleterious materials that could affect current flow. The 
workpieces shall not be damaged by the cleaning operation. 

The total mismatch of the two workpieces shall not exceed 2 mm and shall be corrected by grinding or 
machining prior to welding. 

The crossing leg end profile has to be prepared in agreement with the casting supplier and the welding 
plant to allow welding. 
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Key 

1 elevation 
2 plan 

Figure 1 — Tolerances for rail end squareness 

6.3 Clamping force 

Workpieces shall be secured in the flash butt welding machine by clamps of such a surface shape or 
contour, that when a clamping force is exerted on the workpieces, it shall not damage the workpiece. The 
clamping force shall be sufficient such that slippage does not occur. 

6.4 Initial burn-off 

The workpieces should undergo initial flashing to ensure full rail end contact during the subsequent 
preheating cycles. 

6.5 Preheating 

The fronts of the heating area shall progress such that at completion of preheating an even heat band is 
present in both workpieces. On completion of welding there shall be no evidence of localized melting on 
the ends of the workpieces. 
6.6 Final flashing 

Once initiated, final flashing shall be continuous. 
6.7 Upsetting 

Upsetting shall immediately follow flashing. Sufficient forging pressure shall be applied to ensure that 
voids are closed and oxides are expelled such that they are kept to a minimum at the weld interface. The 
weld interface shall extend into the upset. 

The time between completion of upsetting and unclamping shall be sufficient to ensure required weld 
integrity. During this time, sufficient longitudinal force shall remain present to prevent damage to the 
weld. 
6.8 Post-weld treatment 

6.8.1  Before unclamping 

Post-weld heating could be required for certain rail grades and alloyed steels. 
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6.8.2 After removal from machine 

A post-weld controlled cooling could be required. 

Additional post-weld heat treatment may be required after removal from the welding machine for certain 
steel grades. 
6.9 Welding parameters 

The welding machine and/or management system equipment shall be capable of recording the following: 

a) welding current; 

b) upset force or pressure; 

c) displacement; 

d) welding time; 

e) programme identification and setting details; 

f) weld identification; 

g) post-weld heat treatment (if applicable); 

h) limits/range of the main welding parameters. 

The welding programmes and any post-weld heat treatment shall be determined during procedural trials 
and once approval has been granted, they shall not be changed without prior purchaser approval. 

The welding parameters shall be monitored, checked against approval limits and recorded. These records 
shall be referenced to the appropriate welds. 

The post-weld heat treatment parameters shall be monitored, checked against approval limits and 
recorded. These records shall be referenced to the appropriate welds. 
6.10 Removal of upset and correction of weld alignment 

The upset material shall be removed by the method carried out during the approval process and once 
agreed shall not be changed without prior purchaser approval. In exceptions where upset material cannot 
be removed, finish and dimensions shall be agreed between the purchaser and the manufacturer. 

Removal of the upset shall not cause any mechanical or thermal damage to the crossing or rail. 

Any surface where upset has been removed shall be free from visible cracking. 

The correction of the weld alignment shall be carried out by pressing. 

7 Profile finishing of the weld 

The surface finishing shall be carried out in the longitudinal direction using machining/grinding. 

Unless otherwise specified by the RA, the roughness limit within the welded zone shall be a maximum 
value of: 

a) 3,2 µm Ra on the underside, upperside of the welded rail foot and the foot tips; 

b) 6,3 µm Ra in the wheel contact area; 

c) 12,5 µm Ra in all other finished areas; 
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d) rail foot radius shall be rounded to guarantee at least the radius according to rail profile as per 
EN 13674-1. 

The profile finishing shall not cause any thermal or mechanical damage. The rail profile in the wheel 
contact area shall be maintained during profile finishing. The remainder of the welded surfaces shall be 
smoothly blended to the profile of the surrounding material, so as to avoid a localized stress 
concentration. 

Where this is not possible, the finished profile shall be agreed between the manufacturer and the 
purchaser. 

Profile finishing of the rail-head shall be contained in the shortest possible length, but shall in any case 
not exceed 900 mm. 

8 Weld geometry and dimensions 

8.1 General 

The alignment of the welded joint after pressing and profile finishing shall be measured, vertically and 
horizontally within a 1 m span. 

The vertical alignment of the rail head shall be measured on the running surface only. 

The horizontal alignment of the rail head shall apply to running edges only. 

Any deviation of alignment shall be in accordance with Table 1, at ambient temperature. 

Any measurement of alignment made whilst the weld is hot, i.e. immediately following profiling, shall 
take into account the effect that cooling will have on the weld, such that the limits identified in Table 1 
are maintained. 

Table 1 — Tolerances for alignment and flatness of flash-butt welds at ambient temperature 
Tolerances [mm] Class 1 Class 2 Class 3 Class 4 Maximum 

grinding length 
Horizontally on the rail head 0/+0,3 0/+0,5 ±0,4   900 mm 
Vertically on the running surface 0/+0,3 −0,1/+0,2 −0,3/0 +0,1/+0,3 900 mm 
Flatness on the running surface at 
the length of the grinded area 

≤ 0,1 ≤ 0,2       

Head width At the non-running side, 1,5 mm dip is permitted with 
a minimum length of 100 times dip depth 

  

NOTE 1 For horizontal alignment, positive tolerances will widen gauge. Vertical alignment positive tolerances 
will create a hog, negative tolerances a dip. 

NOTE 2 The purchaser selects different classes for vertical and horizontal alignment and flatness from the 
above. The vertical and horizontal alignment can be mixed between classes. Horizontal and vertical alignment 
are checked by use of a 1 m straightedge. Flatness are checked by use of a 200 mm straightedge in the grinding 
zone to be in accordance with EN 14587-1 and EN 14587-2. 

NOTE 3 Horizontal tolerances do not apply to crossings with built-in curvatures or where the weld is within 
the throat flare area. Where crossings are manufactured with built-in curves, an agreement concerning the 
tolerances is necessary between the manufacturer and the purchaser. For curved rails the tolerance apply to the 
versine. 

NOTE 4 Maximum grinding length is not necessarily symmetrical about the weld but no more than 450 mm 
either side of the weld, unless stricter requirements apply. 

 

Full document details: 25/30500369 DC

https://doi.org/10.3403/02904378U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30085194U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
https://doi.org/10.3403/30156801U?&urlappend=%26utm_campaign=pdfdoi%26utm_source=pdfdoi%26utm_medium=pdf
http://www.avadocuments.com/doc/25-30500369-dc
http://www.avadocuments.com/doc/25-30500369-dc


prEN 14587-3:2025 (E) 

15 

The purchaser may select from the classes above, different classes for vertical and horizontal straightness 
and flatness. If the class is not specified by the RA, Class 2 shall be used. 

8.2 Alignment and flatness across the weld 

Please refer to Annex H for the measurement methods of alignment and flatness (see Figure H.1 to Figure 
H.8). Alignment and flatness across the weld shall be measured as follows: 

a) the vertical alignment across the running surface shall be measured along the longitudinal centre 
line of the rail with the weld centrally between and referenced to datum points on the rail 500 mm 
either side of the weld; 

b) the horizontal alignment of the weld across the rail head shall be measured on the running edge at a 
point 14 mm below the running surface and referenced to datum points on the rail 500 mm either 
side of the weld; 

c) the running surface flatness at the level of the weld shall be measured by means of a 200 mm 
straightedge positioned on the ground area. The maximum gap between the straightedge and the 
profiled running table of the rail shall be in one of the classes in Table 1; 

d) any alternative measurement system used shall first be agreed upon with the purchaser. 

8.3 Foot dimensions 

In order to control if the thickness is above the minimum thickness in the entire weld area, a NO GO Gauge 
shall be used. The following tolerances apply: 

a) a difference of up to 4 mm in the nominal foot width dimension is permitted in the weld zone, owing 
to upset removal and manufacturing tolerances. Further reductions in the foot width may be 
necessary owing to the angle of the crossing. In this instance, the manufacturer shall supply the 
information to the purchaser; 

b) at 14 mm from the foot tip, a tolerance of 15 % maximum thickness reduction from the minimum rail 
foot thickness may be permitted subject to agreement between the manufacture and the purchaser. 

Full document details: 25/30500369 DC

http://www.avadocuments.com/doc/25-30500369-dc
http://www.avadocuments.com/doc/25-30500369-dc


prEN 14587-3:2025 (E) 

16 

 
Minimum thickness 4 mm 

Without other indication, general tolerance is ±0,5 mm 

Figure 2 — Gauge to measure the foot thickness 

Table 2 gives the minimum foot thickness “t1” and “t2” for the standard rail profiles. 

Table 2 — Tolerances for foot dimensions of typical profiles 

Rail profile 

“t1” Minimum 
thickness at 14 mm 

from foot tip 
[mm] 

“t2” Minimum 
thickness at 

14 + 4 mm from foot 
tip 

[mm] 

45E2 9,6 10,4 

46E2 9,7 10,0 

46E4 9,5 10,3 

49E1 and 49E5 10,0 10,5 

50E2 11,4 12,1 

50E3 9,5 9,9 

50E4 and 50E5 9,6 10,0 

50E6 10,5 10,9 

54E1 10,1 10,5 
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