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TS 4g MP 18M/MP 18-1 AASHTO 

Standard Specification for 

Uncoated, Corrosion-Resistant, Deformed  
and Plain Chromium Alloyed, Billet-Steel Bars 
for Concrete Reinforcement and Dowels 

AASHTO Designation: MP 18M/MP 18-151 

Technical Section: 4f, Metals 
 
 

Provisional standard MP 18M/MP 18 has been adopted as a full standard specification,  
M 334M/M 334. Its annexes have been adopted separately as the following standard tests: 
 Annex A1: T 372M/T 372 
 Annex A2: T 373M/T 373 
 Annex A3: T 374M/T 374 
 Annex A4: T 376M/T 376 
 Annex B1: T 375M/T 375 
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