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Design Considerations When Using Reclaimed
Asphalt Shingles (RAS) in Asphalt Mixtures

AASHTO Designation: PP 78-17 (2021)' AASHIO
Technically Revised: 2017 Reviewed but Not Updated: 2021

Technical Subcommittee: 2d, Proportioning of Asphalt—-Aggregate Mixtures

Provisional standard PP 78 has been adopted as a full standard practice, R 114.

!'This provisional standard was first published in 2014.
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