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Standard Method of Test for

Specific Gravity and Density of Semi-Solid
Asphalt Materials

AASHTO Designation: T 228-22 AASHIO
Technically Revised: 2022

Technical Subcommittee: 2b, Liquid Asphalt
| ASTM Designation: D70-21

| AASHTO T 228-22 is identical to ASTM D70-021 except for the following provisions:

1. Replace all references to the ASTM standards listed in the following table with the
corresponding AASHTO standards:

Referenced Standards
ASTM AASHTO
D140 R 66
D3142 T 295

2. Add references in Section 2 for AASHTO standards:
B M 231, Weighing Devices Used in the Testing of Materials
B M 339M/M 339, Thermometers Used in the Testing of Construction Materials

3. Add references in Section 2 for ASTM standards:

m E230/E230M, Standard Specification for Temperature-Electromotive Force (emf) Tables for
Standardized Thermocouples

B E879, Standard Specification for Thermistor Sensors for General Purpose and Laboratory
Temperature Measurements

B E1137/E1137M, Standard Specification for Industrial Platinum Resistance Thermometers

4. Delete references in Section 2 for ASTM standards that no longer apply:

B E77, Test Method for Inspection and Verification of Thermometers

B E563, Practice for Preparation and Use of an Ice-Point Bath as a Reference Temperature
B Eo644, Test Methods for Testing Industrial Resistance Thermometers

5. Add the following to Section 2:

2.4 International Electrotechnical Commission Standards:
B [EC 60584-1: 2013 Thermocouples - Part 1: EMF Specifications and Tolerances

B [EC 60751: 2008 Industrial Platinum Resistance Thermometers and Platinum Temperature
Sensors

6. Replace all of Section 6.3 (including subsections 6.3.1 through 6.3.3 and existing Notes 4 and
5) with the following:
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