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Standard Method of Test for

Characterization of the Air-Void
System of Freshly Mixed Concrete
by the Sequential Pressure Method

AASHTO Designation: TP 118-17 (2021)’ AASHIO
Technically Revised: 2017 Reviewed but Not Updated: 2021 Editorially Revised: 2021

Technical Subcommittee: 3b, Fresh Concrete

Provisional standard TP 118 has been adopted as a full standard test, T 395.

! This provisional standard was first published in 2015.
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