
Standard Method of Test for 

Accelerated Aging of Bituminous 
Sealants and Fillers Using a 
Vacuum Oven 
 
 

AASHTO Designation: TP 86-10 (2016)1 

Technical Section: 4e, Joints, Bearings, and Geosynthetics 

Release: Group 2 (June 2016) 

 

American Association of State Highway and Transportation Officials 
444 North Capitol Street N.W., Suite 249 
Washington, D.C. 20001 

Full document details: AASHTO TP 86-10 (2016)

http://www.avadocuments.com/doc/aashto-tp-86-10-2016
http://www.avadocuments.com/doc/aashto-tp-86-10-2016


TS-4e TP 86-1 AASHTO 

Standard Method of Test for 

Accelerated Aging of Bituminous Sealants 
and Fillers Using a Vacuum Oven 

AASHTO Designation: TP 86-10 (2016)1 

Technical Section: 4e, Joints, Bearings,  
and Geosynthetics 

Release: Group 2 (June 2016) 
 
 

Provisional standard TP 86 has been adopted as a full standard test, T 367. 
 

1 This provisional standard was first published in 2010. 
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