
 

 

AATCC takes no position respecting the validity of any patent rights asserted in connection 

with any item mentioned in this test method. Users of this test method are expressly advised 

that determination of the validity of any such patent rights, and the risk of infringement of 
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This test method is subject to revision at any time by the responsible technical committee 

and must be reviewed every five years and if not revised, either reaffirmed or withdrawn. 

Your comments are invited either for revision of this test method or for additional 

procedures and should be addressed to the AATCC Technical Center. Your comments will 

receive careful consideration at a meeting of the responsible technical committee, which 

you may attend. If you feel that your comments have not received a fair hearing, you 

should make your views known to Diana A. Wyman, Technical Director, at the address 

shown below.  

This test method is copyrighted by AATCC, PO Box 12215, Research Triangle Park, NC 

27709 USA. Individual reprints (single or multiple copies) of this method may be obtained by 

contacting AATCC at the above address or tel: 919-549-3526; fax: 919-549-8933, or e-mail: 

orders@aatcc.org.  

AATCC License Agreement: This test method is copyrighted by the American Association 

of Textile Chemists and Colorists (AATCC), PO Box 12215, 1 Davis Drive, Research 

Triangle Park, NC USA. All rights reserved.  

AATCC grants you a license as follows: The right to download one electronic file of this 

AATCC test method for temporary storage on one computer for purposes of viewing, and/or 

printing one copy of the AATCC test method for individual use. Neither the electronic file nor 

the hard copy print may be reproduced in any way. In addition, the electronic file may not be 

distributed elsewhere over computer networks or otherwise. The hard copy print may only be 

distributed to other employees for their internal use within your organization. 
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Developed in 2010 by AATCC Commit-
tee RA36; editorially revised and reaf-
firmed 2012, 2017; editorially revised
2019. Technically equivalent to ISO
105-A04.

1. Scope

1.1 This evaluation procedure is in-
tended as an alternative to the visual
method of AATCC EP2, Gray Scale for
Staining (see 8.1), for assessing the de-
gree of staining on a fabric test specimen
used in colorfastness tests (see 8.2). This
procedure is applicable to any test
method referring to the Gray Scale for
Staining.

2. Principle

2.1 An undyed fabric specimen which
has been subjected to a fastness test in
contact with the dyed fabric being tested
and an equivalent undyed reference fab-
ric are measured for comparison. The un-
dyed reference fabric has been indepen-
dently subjected to the same fastness test
in the absence of the dyed fabric. The
comparison is assessed in CIELAB units,
and numerically converted to a staining
scale grade. The numerical conversion
uses an equation specifically for the de-
termination of degree of staining.

3. Terminology

3.1 colorant staining, n.—the unin-
tended pickup of colorant by a substrate
due to (1) exposure to a colored or con-
taminated liquid medium, or (2) direct
contact with dyed or pigmented material,
from which colorant transfers by subli-
mation or mechanical actions (as in
crocking).

3.2 colorfastness, n.—the resistance
of a material to change in any of its color
characteristics, to transfer of its colo-
rant(s) to adjacent materials or both, as a
result of the exposure of the materials to
any environment that might be encoun-
tered during the processing, testing, stor-
age or use of the material.

3.3 gray scale for staining, n.—a
scale consisting of pairs of standard gray
chips representing progressive differ-
ences in color or contrast corresponding
to numerical colorfastness grades.

4. Apparatus

4.1 Spectrophotometer or colorimeter
meeting any one of the geometric defini-
tions described in CIE publication 15.2,
subclause 1.4 (see 8.3).

5. Procedure

5.1 Mount the specimen fabric and the
reference fabric, on non-optically-bright-
ened white card stock.

5.2 Measure the reference fabric, ac-
cording to AATCC EP6, Evaluation Pro-
cedure for Instrumental Color Measure-
ment. It is recommended that the
arithmetic mean of at least two measure-
ments be utilized. If the instrument per-
mits different viewing conditions to be
used, the preferred method is to include
the specular component.

5.3 Measure the specimen fabric by the
same procedure used in 5.2. If the stain-
ing on the specimen fabric is uneven,
several measurements shall be made and
the arithmetic mean value employed in
the calculations (see AATCC EP6, Sec-
tion A1.8).

6. Calculations

6.1 Calculate (see 8.4) the CIELAB
color difference ΔE*ab and the magnitude
of the lightness difference ΔL* between
the adjacent fabrics, as described in 6.1
and 6.2, to two decimal places. Calcula-
tions shall be performed using the CIE
1964 10o supplemental standard observer
and illuminant D65, with the 1931 2o ob-
server and illuminant C being a permitted
alternative.

6.2 Calculate, to two decimal places, the
Gray Scale difference ΔEGS from ΔE*ab

and ΔL* using the following equation:

ΔEGS = ΔE*ab – 0.4 * [(ΔE*)2 – (ΔL*)2]1/2

6.3 Calculate, to two decimal places,
the staining-scale grade (SSG) using the
following equation:

SSG = 6.1 – 1.45 * ln(ΔEGS)

If SSG is greater than 4, recalculate us-
ing the following equation:

SSG = 5 – 0.23 * ΔEGS

6.4 Determine from Table I the Gray
Scale for Staining Grade (GSs) to be
reported.

7. Report

7.1 The report shall contain, as a mini-
mum, the following information:

7.1.1 The Gray Scale for Staining
Grade(s) [GSs value(s) from Table 1].
Follow the directions and report as di-
rected in the appropriate test method.

7.1.2 The number and date of this pro-
cedure; i.e., AATCC EP12-20XX;

7.1.3 All details necessary for the iden-
tification of the sample(s) tested;

7.1.4 The configuration of the instru-
ment;

7.1.5 Identification of the spectropho-
tometer or colorimeter used;

7.1.6 Whether illuminant D65 or illumi-
nant C was used;

7.1.7 Whether the 1964 10° supple-
mental standard observer or the 1931 2°
observer was used.

8. Notes and References

8.1 AATCC Technical Manual, American
Association of Textile Chemists and Colorists.
AATCC EP2 available from AATCC, P.O.
Box 12215, Research Triangle Park NC
27709; tel: +1.919. 549.8141; fax: +1.919.549.
8933; e-mail: ordering@aatcc. org.

8.2 Jaeckel, S. M., The Variability of Grey-
Scale Assessment and its Contribution to the
Variability of a Test Method, Journal of the
Society of Dyers and Colourists, Vol. 96,
1980, pp540-544.

8.3 Commission Internationale de l’Éclair-
age, Publication CIE No. 15:2004 Colorime-
try, 3rd ed., Central Bureau of the CIE,
Vienna, 2004. To obtain copies, go to www.
cie-usnc.org.

8.4 AATCC TM173, Test Method for Cal-
culation of Small Color Differences for Ac-
ceptability, and reference 8.3.

AATCC EP12-2010e(2017)e2

Evaluation Procedure for Instrumental Assessment
of Degree of Staining

Table I—Gray Scale for Staining Step 
Values

Calculated SSG Reported GSs
5.00 to 4.75 5
4.74 to 4.25 4-5
4.24 to 3.75 4
3.74 to 3.25 3-4
3.24 to 2.75 3
2.74 to 2.25 2-3
2.24 to 1.75 2
1.74 to 1.25 1-2

Less than 1.25 1
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