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This material specification covers the requirements for carbon 
and glass fiber-reinforced polymer (FRP) systems made by the wet 
layup process. These systems are externally bonded to concrete or 
masonry structures and intended for the structural strengthening 
of them.

Keywords: carbon fiber; fiber-reinforced polymer (FRP); glass fiber; 
masonry; wet layup.
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