
American Concrete Institute®

Advancing concrete knowledge

ACI RAP Bulletin 13

Methacrylate Flood Coat (ACI RAP-13) 1

Methacrylate
Flood Coat

FIELD GUIDE TO
CONCRETE REPAIR

APPLICATION PROCEDURES

Full document details: ACI RAP Bulletin 13 2010

http://www.avadocuments.com/doc/aci-rap-bulletin-13-2010
http://www.avadocuments.com/doc/aci-rap-bulletin-13-2010


2 Repair Application Procedures Bulletin

Full document details: ACI RAP Bulletin 13 2010

http://www.avadocuments.com/doc/aci-rap-bulletin-13-2010
http://www.avadocuments.com/doc/aci-rap-bulletin-13-2010

