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It is the responsibility of the user of this document to 
establish health and safety practices appro-priate to the 
specific circumstances involved with its use. ACI does 
not make any representations with regard to health and 
safety issues and the use of this document. The user must 
determine the applicability of all regulatory limitations 
before applying the document and must comply with 
all applicable laws and regulations, including but not 
limited to, United States Occupational Safety and Health 
Administration (OSHA) health and safety standards.

Structural Disclaimer
This document is intended as a voluntary field guide 
for the Owner, design professional, and concrete repair 
contractor. It is not intended to relieve the user of this 
guide of responsibility for a proper condition assessment 
and structural evaluation of existing conditions, and for 
the specifi-cation of concrete repair methods, materials, 
or practices by an experienced engineer/designer.

The Institute is not responsible for the statements or 
opinions in its publications. Institute publi-cations are 
not able nor intended to supplant individual training, 
responsibility or judgment of the user, the supplier of the 
information provided.
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