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[Revision of ANWAGMA 2007-8921 Standard 
Approval of an American National Standard requires verification by ANSI that the require- 
ments for due process, consensus, and other criteria for approval have been met by the 
standards developer. 

Consensus is established when, in the judgment of the ANSI Board of Standards Review, 
substantial agreement has been reached by directly and materially affected interests. 
Substantial agreement means much more than a simple majority, but not necessarily una- 
nimity. Consensus requires that all views and objections be considered, and that a 
concerted effort be made toward their resolution. 

The use of American National Standards is completely voluntary: their existence does not 
in any respect preclude anyone, whether he has approved the standards or not, from 
manufacturing, marketing, purchasing, or using products, processes, or procedures not 
conforming to the standards. 

The American National Standards Institute does not develop standards and will in no 
circumstances give an interpretation of any American National Standard. Moreover, no 
person shall have the right or authority to issue an interpretation of an American National 
Standard in the name of the American National Standards Institute. Requests for interpre- 
tation of this standard should be addressed to the American Gear Manufacturers 
Association. 

CAUTION NOTICE: AGMA technical publications are subject to constant improvement, 
revision, or withdrawal as dictated by experience. Any person who refers to any AGMA 
technical publication should be sure that the publication is the latest available from the As- 
sociation on the subject matter. 

Fables or other self-supporting sections may be quoted or extracted. Credit lines should 
read: Extracted from AN WAGMA 2007-A00, Gears - Surface Temper Etch Inspection 
After Grinding, with the permission of the publisher, the American Gear Manufacturers 
Association, 1500 King Street, Suite 201, Alexandria, Virginia 2231 4.1 

Approved November 2, 2000 

ABSTRACT 

Surface Temper Etch Inspection After Grinding explains the materials and procedures necessary to determine, 
evaluate, and describe localized overheating on ground surfaces. A system to describe and classify the indica- 
tions produced during this inspection is included. However, specific acceptance or rejection criteria are not 
contained. 
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Foreword 

[The foreword, footnotes and annexes, if any, in this document are provided for 
informational purposes only and are not to be construed as a part of ANWAGMA Standard 
2007-COO, Gears - Surface Temper Etch Inspection After Grinding.] 

AGMA 230.01 was written to standardize a process of surface temper inspection 

An industry wide survey conducted by the committee indicated a wide variation in solution 
strengths and times used, which gave rise to that standard. The safety and environmental 
precautions included therein were a caution for those not familiar with the storage, handling, 
use and disposal of concentrated acids, alkalis and solvents. Those precautions, however, 
did not supersede the latest OSHA, EPA, and DOT requirements. The solutions and times 
stated therein work and were acceptable to the greatest number of users. 

The safety precautions no doubt are superfluous to many. However, due to the difference of 
this inspection from ordinary shop practice, it is felt that some caution should be directed to 
those manufacturers without benefit of personnel trained in the proper use and handling of 
these materials. 

The first committee draft of AGMA 230.01 was prepared in September, 1963. It was 
approved by the Surface Temper Inspection Process Task Committee as of September, 
1964. AGMA 230.01 was approved by the AGMA membership as of April 13, 1967. 

The revision of AGMA 230.01, designated ANWAGMA 2007-B92, was begun in May 
1989. It was renamed Surface Temper Etch Inspection After Grinding, for better definition, 
the contents reorganized, and obsolete procedures deleted. Type 1 (hot bleach) Etching 
was published in AGMA 230.01 as table 2A in an appendix. This table was not included in 
the revision; the use of Type 2 or Type 3 Etching was recommended instead. 

Another specification covering temper etch inspection is MIL-STD-867A, Temper Etch 
Inspection. 

ANWAGMA 2007-892 was adopted as an international Standard (IS0 14104:1995) 
through ISO’s “fast track procedures”, by Technical Committee TC 60 Gears. 

This ANSI standard, designated ANWAGMA 2007-COO, is an identical adoption of IS0 
141 04: 1995. The differences between it and ANWAGMA 2007-B92 are: 

- The Scope is modified to delete the statement that the standard applies to steel parts 
“40 HRC or greater”. In addition, the stipulation that the procedure is to be performed 
after grinding and before additional finishing operations is made. 

- Clause 2 in AN SI/AGMA 2007-B92, “Requests, approval and certification” is located 
in clause 1 O, “Specifications and documentation” in this standard. The requirement 
“When this standard is referenced, materials, equipment and processes, as listed 
herein, shall be used” is deleted. 

- In the last paragraph of sub-clause 4.2, “Etching”, a recommended time for elevated 
temperature bake is indicated. 

- In table 3, “Type 3 etching”, the recommended time for step 4, nitric acid etch, in 
alcohol, is 1.5 to 3.5 minutes, instead of 1.5 to 2.5 minutes. 

- Sub-clause 5.1 contains an additional paragraph, recommending that users of the 
standard set their own reference standards. 

- Clause 9, Safety and environmental precautions, is revised to delete reference to 
specific U.S. regulatory agencies. 

- The standard is metric only. 
- Minimal editorial changes have been incorporated. 
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