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TABLE I — DIMENSIONS /13/
SIZE A oD SIZE AND THICKNESS CODE TOL
OR NOMINAL + .010 +.020 T THICKNESS (SEE TABLE III FOR TOLERANCE) F
DIAMETER -.005 .016 .032 .042 .049 .063 .065 .082 .090 .125 MAX
NO. 0 .068 /14/ .188 /14/ N016 | NO32 --- --- --- --- --- --- ---
NO. 2 .099 .250 N216 | N232 --- --- --- --- --- --- ---
NO. 3 .105 .250 N316 | N332 --- --- --- --- --- --- ---
NO. 4 125 312 N416 | N432 --- --- --- --- --- --- ---
NO. 5 .140 438 N516 | N532 | N542 --- --- --- --- --- ---
NO. 6 .149 .375 N616 | N632 --- --- --- --- --- --- ---
NO. 8 174 .375 N816 | N832 --- --- N863 --- --- --- ---
NO. 9 .188 .500 --- --- --- N949 --- --- --- --- ---
NO. 10 .203 438 0316 | 0332 - - - --- 0363 --- 0382 --- --- 007
NO. 11 234 .625 --- --- --- --- --- 1165 --- --- --- ’ §
5 NO. 11A 234 470 3A16 | 3A32 | 3A42 | 3A49 | 3A63 --- --- --- --- N
£3 NO. 12 260 470 | --- [ N32 | --- | --- | oo oo oo R
oE .250 265 .500 0416 | 0432 0442 0449 0463 --- 0482 --- --- E
E § 312 .328 .562 0516 | 0532 --- --- 0563 --- 0582 --- --- g
e .375 .390 .625 0616 | 0632 --- --- 0663 --- 0682 | 0690 06125 <
§ E 437 453 .750 0716 | 0732 --- --- 0763 --- 0782 0790 07125 E
g2 .500 515 .875 0816 | 0832 --- --- 0863 --- 0882 0890 08125 a
g é .562 578 1.062 0916 | 0932 --- --- 0963 --- 0982 0990 09125 E
oz .625 .640 1.188 1016 1032 --- --- 1063 --- 1082 1090 10125 g
é E .750 .765 1.312 1216 1232 --- --- 1263 --- 1282 1290 12125 o
&‘ ﬁ .875 .890 1.500 1416 1432 --- --- 1463 --- 1482 1490 14125 010
E g 1.000 1.015 1.750 1616 1632 - - - - - - 1663 - - - 1682 1690 16125 )
w = 1.062 1.078 1.812 1716 1732 --- --- 1763 --- 1782 1790 17125
§ E 1.125 1.140 1.875 1816 1832 --- --- 1863 --- 1882 1890 18125
'<2; e 1.250 1.265 2.000 2016 | 2032 --- --- 2063 --- 2082 | 2090 20125
2’ E 1.312 1.328 2.062 2116 2132 --- --- 2163 --- 2182 2190 21125 o
NE 1.375 1.390 2.125 2216 2232 --- --- 2263 --- 2282 2290 22125 %
ﬁ § 1.500 1.515 2.250 2416 2432 - - - - - - 2463 - - - 2482 2490 24125 T
g - 1.625 1.640 2.375 2616 2632 --- --- 2663 --- 2682 2690 26125 .015 g
3 é . 1.875 1.890 2.625 3016 3032 --- --- 3063 --- 3082 3090 30125 =
g 2 E 2.250 2.265 3.000 3616 | 3632 --- --- 3663 --- 3682 | 3690 36125 E
Zc = 2.500 2.515 3.250 4016 | 4032 | --- | --- | 4063 | --- | 4082 | 4090 | 40125 =
528 w
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TABLE IIT — MATERIAL AND FINISH /22/
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MATERIAL FINISH
o MATERIAL SPECIFICATION CODE FINISH SPECIFICATION CODE
g CADMIUM AMS-QQ-P-416, o
< PLATE TYPE II, CLASS 2
g ALLOY STEEL | 4130 (UNS G41300) PER AMS6345 G BLACKOXIDE | MIL-DTL-13924, CLASS 1 B
= NG NICKEL ZN-NI PLATING AS PER
5 PLATING AMS2461 TYPE II, GRADE B, F
z CLASS 2
> NONE N/A H
g MIL-PRF-8625,
g TYPE I, TYPE IB, TYPE IC, K
< TYPE II, TYPE IIB, CLASS 1
£ 3 ANODIZE MIL-PRF-8625,
R 2024-T3 (UNS A82024) PER AMS-QQ-A-250/5 D TYPE IC, TYPE II, TYPE IIB, K2
2a@g CLASS 1 /23/
2z MIL-DTL-5541, )
c&: a g CHEMICAL TYPE I, CLASS 3
&3 TREAT MIL-DTL-5541, "
€83 ALUMINUM TYPE II, CLASS 3
<= < ALLOY NONE N/A H
MIL- PRF-8625,
TYPE I, TYPE IB, TYPE IC, K
TYPE II, TYPE IIB, CLASS 1
ANODIZE MIL-PRF-8625,
2024-T81 (UNS A82024) PER AMS-QQ-A-250/5 A TYPE IC, TYPE II, TYPE IIB, K2
CLASS 1 /23/
MIL-DTL-5541, )
CHEMICAL TYPE I, CLASS 3
TREAT MIL-DTL-5541, 1
TYPE II, CLASS 3
COPPER ALLOY NO. 260 (UNS C26000) PER
BRASS ASTM B36/B36M OR 268 (UNS C26800) PER B NONE N/A H
ASTM B36/B36M
BLACK OXIDE | MIL-DTL-13924, CLASS 1 B
1018 OR 1020 (UNS G10200) PER AMS5046 OR CADMIUM AMS-QQ-P-416, o
CARBON STEEL | 1025 (UNS G10250) PER AMS5046 OR 1025 . PLATE TYPE II, CLASS 2
b (UNS K02500) PER ASTM A109/A109M, TEMPER 2INC NICKEL ZN-NI PLATING AS PER
wl 2 DLATING AMS2461 TYPE II, GRADE B, F
w CLASS 2
wE 1016 THICKNESS ONLY:
F3 301 (UNS 530100) PER AMS5517
g ALL OTHER THICKNESSES:
rE: 301 (UNS 530100) PER AMS5901 BLACK OXIDE | MIL-DTL-13924, CLASS 4 B
gz 302 (UNS 530200) PER AMS5516 C
g2 304 (UNS 530400) PER AMS5513
2% 316 (UNS S31600) PER AMS5524
oz 321 (UNS 532100) PER AMS5510 AMS2700, METHOD 1,
£z 347 (UNS S34700) PER AMS5512 PASSIVATE | Typeg ORTYPE7, clASs 1 | R
Zx CADMIUM AMS-QQ-P-416, TYPE II, P
E & PLATE CLASS 2
E3 AMS2700, METHOD 1,
&2 CORROSION TYPE 2 OR TYPE 8, CLASS 1 R
CB RESISTANT AMS2700, METHOD 2
EE STEEL ’ R2
z3 (RES) PASSIVATE (NO POST TREATMENT)
w
Ji /8/ A286 (UNS S66286) CONFORMING TO THE AM??;E’% "éﬂg?? L -
Q= CHEMISTRY OF AMS5525. HEAT TREAT TO (NO POST TREATMENT)
a4 DEVELOP BASIC MATERIAL PROPERTIES OF e AN
2 160-190 KSI AND HRC 36-42 Ftu WITH COATING NAS4006, CLASS NC W
53 CONTROLS PER AMS2759, 160-190KSI (36-
25 41HRC) PER ASTM A370 MIL-DTL-83488,
gok HIGH PURITY |  CLASS 2, TYPE II, WITH
£=9 ALUMINUM | CONVERSION COATING PER U
G35 COATING MIL-DTL-5541,
98 2 TYPE II, CLASS 3
FEY ZN-NI PLATING AS PER
ZINC NICKEL | s\iso461 TYPE II, GRADEB, | F
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