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FINISH:
STEEL - CADMIUM PLATE PER AMS-QQ-P-416, TYPE II, CLASS 2.
CRES - SILVER PLATE FOR 800 °F USE PER AMS2410 TO A .0002 MINIMUM THICKNESS ON SURFACE WHICH CAN
BE TOUCHED BY A @.750 BALL. THREADS SHALL SHOW COMPLETE COVERAGE, BUT THICKNESS
REQUIREMENTS ON THREADS IS WAIVED. PASSIVATE ALL CRES PARTS PER AMS2700 BEFORE THE
APPLICATION OF DRY FILM LUBRICANT.
LUBRICANT:

MOLYDISULFIDE (MoS2) DRY FILM LUBRICANT PER NAS3356. THE INCLUSION OF A LUBRICANT ON THE BASKETS
OF DRY FILM LUBRICATED NUTS IS OPTIONAL.

CODE:

“-” STEEL, CADMIUM PLATED WITH DRY FILM LUBRICANT AND NUTS WITH OR WITHOUT EYELET.

AEROSPACE INDUSTRIES ASSOCIATION OF AMERICA, INC

1000 WILSON BLVD.
ARLINGTON, VA 22209

“C” IN PLACE OF DASH INDICATES CRES NUTS WITH SILVER PLATE, WITH OR WITHOUT EYELET.
“X” IN PLACE OF DASH INDICATES CADMIUM PLATED NUTS WITHOUT DRY FILM LUBRICANT.

“M” SUFFIXED TO THE DASH NUMBER INDICATES CRES NUTS, WITHOUT SILVER PLATE, WITH DRY FILM
LUBRICANT.

“R” IN PLACE OF DASH OR BEFORE “C” OR “X” INDICATES NUT TYPES WITHOUT EYELET.

“W” SUFFIXED TO THE DASH NUMBER SPECIFIES PROJECTION WELD NIBS FOR CRES SILVER PLATED PARTS
CODED “R” ONLY.

NO SILVER PLATE ON WELD NIBS.
EXAMPLES OF PART NUMBERS:

NAS1779 RC4 W

WELD NIBS CODE (SEE CODE SECTION)

DASH NUMBER (SEE TABLE I) INCLUDES:
MATERIAL CODE (SEE CODE SECTION),
AND EYELET CODE (SEE CODE SECTION)

BASIC NUMBER

THIS DRAWING SUPERSEDES ALL ANTECEDENT STANDARD DRAWINGS FOR THE SAME
PRODUCT AND SHALL BECOME EFFECTIVE NO LATER THAN SIX MONTHS FROM THE LAST

STEEL
NAS1779-4 = .2500-28UNJF-3B THREAD, CADMIUM PLATED WITH DRY FILM LUBRICANT,
WITH OR WITHOUT EYELET.
NAS1779R4 = .2500-28UNJF-3B THREAD, CADMIUM PLATED WITH DRY FILM LUBRICANT,
WITHOUT EYELET.
NAS1779X4 = .2500-28UNJF-3B THREAD, CADMIUM PLATED AND WITHOUT DRY FILM LUBRICANT,
. WITH OR WITHOUT EYELET.
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