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MATERIAL:
NUT & COREBOLT - 5% CHROME STEEL, H-11 (UNS T20811) PER AMS6487.
SLEEVE - NICKEL ALLOY, X-750 (UNS NO7750) PER AMS5667 OR AMS5582, OR
A286 (UNS S66286) ALLOY PER AMS5731, AMS5732 OR AMS5737.
HEAT TREATMENT:

NUT & COREBOLT: 48-53 HRC.

AEROSPACE INDUSTRIES ASSOCIATION OF AMERICA, INC

FINISH:

2 NUT & COREBOLT - CADMIUM PLATE PER NAS672 WITH SUPPLEMENTARY CHROMATE TREATMENT PER
§§ AMS-QQ-P-416. COLOR NUT BLACK.
2< SLEEVE - CADMIUM PLATE PER AMS-QQ-P-416, TYPE Il, CLASS 2.
2z
40
§§ LUBRICATION:
82

LUBRICANT LISTED BELOW MAY BE APPLIED TO ANY OR ALL COMPONENTS IF REQUIRED FOR PERFORMANCE.
CETYL ALCOHOL PER AS87132, LAURIC ACID, WWM CARBO-WAX.

EXAMPLE OF PART NUMBER:
M81177/2-XX-XX
GRIP LENGTHS IN 16ths (SEE TABLE I1)

BODY DIAMETER IN 32nds (SEE TABLE I1)

BASIC PART NUMBER

NOTES:

/1/  OUTSIDE DIAMETER OF HEAD OF COREBOLT AND OUTSIDE DIAMETER OF SLEEVE SHALL BE NOT GREATER
THAN MAXIMUM “@D”.

/2/  LOCKING FEATURE SHALL BE VISIBLE IN THIS AREA.

/3/  HEAD MARKING SHALL CONSIST OF THE MANUFACTURER'S IDENTIFICATION AND THE NUMERALS “150.”
(4)  CONCENTRICITY OF NUT HEAD CONICAL SURFACE TO “@D” DIAMETER SHALL BE WITHIN .005 FIM.

(5)  THESE BLIND FASTENERS SHALL BE USED IN ACCORDANCE WITH THE LIMITATIONS OF NASM81177/1.
(6) TOOLING FOR INSTALLATIONS PER NASM81177 — APPENDIX B.

(7)  DIMENSIONS IN INCHES AND APPLY AFTER FINISH AND PRIOR TO THE APPLICATION OF LUBRICATION
UNLESS OTHERWISE SPECIFIED.

(8)  THIS STANDARD TAKES PRECEDENCE OVER DOCUMENTS REFERENCED HEREIN.

(9)  UNLESS OTHERWISE SPECIFIED, PART INVENTORY MANUFACTURED TO PREVIOUS REVISIONS OF THE
APPLICABLE DRAWING OR SPECIFICATION MAY BE PROCURED AND USED UNTIL STOCK IS DEPLETED.

PRODUCT AND SHALL BECOME EFFECTIVE NO LATER THAN SIX MONTHS FROM THE LAST

THIS DRAWING SUPERSEDES ALL ANTECEDENT STANDARD DRAWINGS FOR THE SAME
REVISION DATE.
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