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MATERIAL:
NUT: NUT MATERIAL SHALL BE A286 CRES (UNS S66286) IN ACCORDANCE WITH AMS5%35 AMS5732 OR
AMS5737.
% COREBOLT: COREBOLT MATERIAL SHALL BE A286 CRES (UNS S66286) IN ACCORDANCE WITH AMS5+35
) AMS5732, AMS5737, OR AMS5731; OR NICKEL ALLOY 718 IN ACCORDANCE WITH AMS5562.
é SLEEVE: SLEEVE MATERIAL SHALL BE A286 CRES (UNS S66286) IN ACCORDANCE WITH AMS5#35
g AMS5732, AMS5737, OR AMS5731; OR NICKEL ALLOY X-750 (UNS NO7750) IN ACCORDANCE
Z WITH AMS5667 OR AMS5582.
g
S
2 HEAT TREATMENT:
% g § THE NUT AND COREBOLT SHALL BE HEAT TREATED TO NOT LESS THAN 30 HRC.
EE
EH
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530 FINISH:
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== THE FASTENER SHALL BE PASSIVATED IN ACCORDANCE WITH AMS2700, METHOD 1, CLASS 4.
LUBRICATION:

NOTES:

PRODUCT AND SHALL BECOME EFFECTIVE NO LATER THAN SIX MONTHS FROM THE LAST

THIS DRAWING SUPERSEDES ALL ANTECEDENT STANDARD DRAWINGS FOR THE SAME
REVISION DATE.
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LUBRICANTS MAY BE APPLIED TO ANY OR ALL COMPONENTS IF REQUIRED FOR PERFORMANCE.
LUBRICANTS SHALL BE DRY FILM LUBRICANT IN ACCORDANCE WITH MH—-893# AS5272, TYPE I, CETYL
ALCOHOL, LAURIC ACID, OR WWM CARBO-WAX.

M8975/4-XX-XX

GRIP DASH NUMBER IN SIXTEENTHS OF AN INCH (SEE TABLE I1)

BODY DIAMETER IN THIRTY-SECONDS OF AN INCH (SEE TABLE I)

BASIC PART NUMBER

OUTSIDE DIAMETER OF HEAD OF COREBOLT AND OUTSIDE DIAMETER OF SLEEVE SHALL NOT BE
GREATER THAN MAXIMUM “@D”.

HEAD MARKING SHALL CONSIST OF THE MANUFACTURER'S PART NUMBER AND IDENTIFICATION
SYMBOL.

CONCENTRICITY OF NUT HEAD SURFACE TO “@D” SHALL BE WITHIN .005 FIM EXCEPT OVER LOCKING
FEATURE.

DESIGN AND USAGE LIMITATIONS: THESE BLIND FASTENERS SHALL BE USED IN ACCORDANCE WITH
THE LIMITATIONS OF NASM8975/1.

FOR TOOLING INSTALLATION AND REMOVAL, SEE NASM8975 APPENDIX B.

DIMENSIONS IN INCHES AND APPLY AFTER FINISH AND PRIOR TO THE APPLICATION OF LUBRICATION
UNLESS OTHERWISE SPECIFIED.
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