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CERTIFICATION STANDARD FOR
SHOP APPLICATION OF COMPLEX PROTECTIVE COATING SYSTEMS

The information presented in this joint AISC/SSPC standard has been prepared by the Certification Committee of the Ameri-
can Institute of Steel Construction (AISC) and the SSPC technical committee on shop painting (QP 3). The document is the
specific responsibility of the AISC/SSPC Joint Committee on Shop Certification. The standard has been prepared within the
scope and for the purposes stated in the body of this document, and for no other purpose.

The standard has been developed by a balanced committee of participants in the industry who have particular experience and
expertise in the topics addressed in the standard. Participation from a broad cross section of the fabrication and coating industry
has been sought.

AISC and SSPC accept responsibility for only those interpretations of this standard that are issued in writing and in accor-
dance with governing AISC or SSPC procedures and policies. Issuances of informal interpretations are not necessarily the
official interpretation of AISC or SSPC or their respective Certification Committees. This standard is subject to revision at any
time by AISC and SSPC.

AISC and SSPC disclaim for themselves and their program auditors any liability for any injury to persons or to property or
other damages of any nature whatsoever, whether special, indirect, consequential or compensatory, directly or indirectly result-
ing from the publication, use of, or reliance upon this standard or application of the activities or devices referenced herein.

Caution must be exercised when relying upon other specifications or codes developed by other bodies and incorporated by
reference herein. Such material may be modified or amended from time to time by such other bodies subsequent to the printing
of this standard. AISC and SSPC bear no responsibility for changes in such material other than to refer to a specific or the cur-
rent edition as being applicable to this standard at the time of its publication.
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