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The material contained herein has been developed by the American Iron and Steel Institute 

(AISI) Committee on Specifications for the Design of Cold-Formed Steel Structural Members. 
The organization and the Committee have made a diligent effort to present accurate, reliable, 
and useful information on testing of cold-formed steel members, components or structures. The 
Committee acknowledges and is grateful for the contributions of the numerous researchers, 
engineers, and others who have contributed to the body of knowledge on the subject. With 
anticipated improvements in understanding of the behavior of cold-formed steel and the 
continuing development of new technology, this material will become dated. It is anticipated 
that future editions of this test procedure will update this material as new information becomes 
available, but this cannot be guaranteed. 

The materials set forth herein are for general information only. They are not a substitute for 
competent professional advice. Application of this information to a specific project should be 
reviewed by a registered professional engineer. Indeed, in most jurisdictions, such review is 
required by law. Anyone making use of the information set forth herein does so at their own 
risk and assumes any and all resulting liability arising therefrom. 
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PREFACE 

The American Iron and Steel Institute Committee on Specifications developed this Standard 
to obtain the reduction factor for use in determining the nominal flexural strength [resistance] of 
a purlin supporting a standing seam roof system. 

The Committee acknowledges and is grateful for the contribution of the numerous 
engineers, researchers, producers and others who have contributed to the body of knowledge 
on this subject. 

Commentary is non-mandatory and copyrightable portion of this Standard. 
 

Full document details: AISI S908 2017

http://www.avadocuments.com/doc/aisi-s908-2017
http://www.avadocuments.com/doc/aisi-s908-2017


iv  AISI S908-17 
 

This document is copyrighted by AISI. Any redistribution is prohibited. 

This Page is Intentionally Left Blank. 
  

Full document details: AISI S908 2017

http://www.avadocuments.com/doc/aisi-s908-2017
http://www.avadocuments.com/doc/aisi-s908-2017


Test Standard for Determining the Flexural Strength Reduction Factor of Purlins Supporting a Standing Seam Roof 
System  v 
 

AISI Committee on Specifications for the Design 
of Cold-Formed Steel Structural Members  

 
R. B. Haws, Chairman Nucor Buildings Group 
S. R. Fox, Vice-Chairman Canadian Sheet Steel Building Institute 
H. H. Chen, Secretary American Iron and Steel Institute  
D. Allen Super Stud Building Products 
P. Bodwell Verco Decking, Inc. 
R. L. Brockenbrough  R. L. Brockenbrough and Associates 
J. Buckholt Computerized Structural Design 
J. K. Crews  Unarco Material Handling, Inc. 
L. R. Daudet Simpson Strong-Tie 
R. S. Douglas National Council of Structural Engineers Associations 
W. S. Easterling Virginia Polytechnic Institute and State University 
D. Fulton Triangle Fastener Corporation 
R. S. Glauz RSG Software, Inc. 
P. S. Green Bechtel Power Corporation 
W. B. Hall University of Illinois 
G. J. Hancock University of Sydney 
A. J. Harrold BlueScope Buildings North America 
L. Kruth American Institute of Steel Construction 
R. L. Madsen Supreme Steel Framing System Association 
J. A. Mattingly Consultant 
W. McRoy ICC Evaluation Service, Inc. 
C. Moen NBM Technologies, Inc. 
J. R. U. Mujagic Structural Engineering Consultant 
N. A. Rahman The Steel Network, Inc. 
G. Ralph ClarkDietrich Building Systems 
V. E. Sagan Metal Building Manufacturers Association 
T. Samiappan OMG, Inc. 
A. Sarawit Simpson Gumpetz & Heger 
B. W. Schafer Johns Hopkins University 
K. Schroeder Devco Engineering Inc. 
T. Sputo Steel Deck Institute 
R. Ziemian Structural Stability Research Council 

 
 

Full document details: AISI S908 2017

http://www.avadocuments.com/doc/aisi-s908-2017
http://www.avadocuments.com/doc/aisi-s908-2017


vi  AISI S908-17 
 

This document is copyrighted by AISI. Any redistribution is prohibited. 

Subcommittee 6 – Test-Based Design 
 
L. R. Daudet, Chairman Simpson Strong-Tie 
H. H. Chen, Secretary American Iron and Steel Institute  
R. S. Douglas National Council of Structural Engineers Associations 
D. Fox TOTAL JOIST By ISPAN Systems 
S. R. Fox Canadian Sheet Steel Building Institute 
W. Gould ICC Evaluation Service, Inc. 
P. S. Green Bechtel Power Corporation 
W. B. Hall University of Illinois 
R. B. Haws Nucor Buildings Group 
R. L. Madsen Supreme Steel Framing System Association 
J. R. Martin Verco Decking, Inc. 
C. Moen NBM Technologies, Inc. 
J.R.U. Mujagic Structural Engineering Consultant 
T. M. Murray Consultant 
K. Peterman University of Massachusetts Amherst 
N. A. Rahman The Steel Network, Inc. 
G. Ralph ClarkDietrich Building Systems 
V. E. Sagan Metal Building Manufacturers Association 
T. Samiappan OMG, Inc. 
B. W. Schafer Johns Hopkins University 
M. Schmeida Gypsum Association 
R. Schuster Consultant 
F. Sesma California Expanded Metal Products 
M. Speicher NIST Engineering Laboratory 
T. Sputo Steel Deck Institute 
C. Yu University of North Texas 

 
 

Full document details: AISI S908 2017

http://www.avadocuments.com/doc/aisi-s908-2017
http://www.avadocuments.com/doc/aisi-s908-2017

