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DISCLAIMER 
The material contained herein has been developed by the American Iron and Steel Institute 

(AISI) Committee on Specifications. The organization and the Committee have made a diligent 
effort to present accurate, reliable, and useful information on testing of cold-formed steel 
members, components or structures. The Committee acknowledges and is grateful for the 
contributions of the numerous researchers, engineers, and others who have contributed to the 
body of knowledge on the subject. With anticipated improvements in understanding of the 
behavior of cold-formed steel and the continuing development of new technology, this material 
will become dated.  It is anticipated that future editions of this test procedure will update this 
material as new information becomes available, but this cannot be guaranteed. 

The materials set forth herein are for general information only.  They are not a substitute for 
competent professional advice. Application of this information to a specific project should be 
reviewed by a registered professional engineer.  Indeed, in most jurisdictions, such review is 
required by law.  Anyone making use of the information set forth herein does so at their own risk 
and assumes any and all resulting liability arising therefrom. 
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PREFACE 
The American Iron and Steel Institute Committee on Specifications developed this Standard 

to establish a rational method of determining the strength and stiffness of nonstructural interior 
partition wall assemblies framed with cold-formed steel. In addition to the cold-formed steel 
framing, gypsum board panels are considered part of the wall assembly. This Standard provides 
an alternative to the calculation of capacity based on AISI S100, North American Specification for the 
Design of Cold-Formed Steel Structural Members. The Standard also permits manufacturers to 
determine limiting height values for the assemblies. 

The Committee acknowledges and is grateful for the contribution of the numerous engineers, 
researchers, producers and others who have contributed to the body of knowledge on this subject. 

User Notes and Commentary are non-mandatory and copyrightable portions of this Standard. 
 

  

Full document details: AISI S916 2020

http://www.avadocuments.com/doc/aisi-s916-2020
http://www.avadocuments.com/doc/aisi-s916-2020


iv  AISI S916-20 

This document is copyrighted by AISI. Any redistribution is prohibited. 

This Page is Intentionally Left Blank. 

Full document details: AISI S916 2020

http://www.avadocuments.com/doc/aisi-s916-2020
http://www.avadocuments.com/doc/aisi-s916-2020


Test Standard for Determining the Strength and Stiffness of Cold-Formed Steel-Framed Nonstructural Interior 
Partition Walls Sheathed With Gypsum Board v 
 

This document is copyrighted by AISI. Any redistribution is prohibited. 

AISI Committee on Specifications for the Design 
of Cold-Formed Steel Structural Members 

 
R. B. Haws, Chair Nucor Buildings Group 
S. R. Fox, Vice Chair Canadian Sheet Steel Building Institute 
H. H. Chen, Secretary American Iron and Steel Institute  
D. Allen Super Stud Building Products 
H. Blum University of Wisconsin - Madison 
P. Bodwell Verco Decking 
J. Buckholt Computerized Structural Design 
S. Call Call Engineering 
J. K. Crews  Unarco Material Handling 
R. S. Douglas National Council of Structural Engineers Associations 
W. S. Easterling Iowa State University 
P. W. Ford Steel Framing Industry Association 
R. S. Glauz RSG Software 
P. S. Green Bechtel Power Corporation 
P. Hainault R. A. Smith 
G. J. Hancock University of Sydney 
A. J. Harrold Consultant 
L. Kruth American Institute of Steel Construction 
Z. Li SUNY Polytechnic Institute 
R. L. Madsen Devco Engineering 
W. McRoy ICC Evaluation Service 
C. Melcher Simpson Strong-Tie 
C. Moen RunToSolve 
J. J. Pote Steel Joist Institute 
N. A. Rahman FDR Engineers 
G. Ralph ClarkDietrich Building Systems 
V. E. Sagan Metal Building Manufacturers Association 
T. Samiappan Quick Tie Products 
B. W. Schafer Johns Hopkins University 
T. Sputo Steel Deck Institute 
M. Tancredi Ferroeng Group 
S. Torabian Cold-Formed Steel Research Consortium 
C. Yu University of North Texas 
R. Zadeh RAZ Tech 
R. Ziemian Structural Stability Research Council 

 
  

Full document details: AISI S916 2020

http://www.avadocuments.com/doc/aisi-s916-2020
http://www.avadocuments.com/doc/aisi-s916-2020

