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This standard has been reviewed and reaffirmed with the recognition that it
may reference other standards and documents that may have been
superseded or withdrawn. The requirements of this document will benet by
using the version of the standards and documents referenced herein. Itis the
responsibility of the user to review each of the references and to determine
whether the use of the original references or more recent versions is
appropriate for the fadlity. Variations from the standards and documents
referenced in this standard should be evaluated and documented.

This standard does not necessarily reflect recent industry initiatives for risk
informed decisionmaking or a graded approach to quality ssurance. Users
should consider the use of these industry initiatives in the application of this
standard.
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American Designation of this document as an American National Standard attests that

Nati | the principles of openness and due process have been followed in the approval

Sta lodnad procedure and that a consensus of those directly and materially affected by
anaar the standard has been achieved.

This standard was developed under procedures of the Standards Committee of
the American Nuclear Society; these procedures are accredited by the Amer-
ican National Standards Institute, Inc., as meeting the criteria for American
National Standards. The consensus committee that approved the standard
was balanced to ensure that competent, concerned, and varied interests have
had an opportunity to participate.

An American National Standard is intended to aid industry, consumers,
governmental agencies, and general interest groups. Its use is entirely volun-
tary. The existence of an American National Standard, in and of itself, does
not preclude anyone from manufacturing, marketing, purchasing, or using
products, processes, or procedures not conforming to the standard.

By publication of this standard, the American Nuclear Society does not insure
anyone utilizing the standard against liability allegedly arising from or after
its use. The content of this standard reflects acceptable practice at the time of
its approval and publication. Changes, if any, occurring through develop-
ments in the state of the art, may be considered at the time that the standard
is subjected to periodic review. It may be reaffirmed, revised, or withdrawn at
any time in accordance with established procedures. Users of this standard
are cautioned to determine the validity of copies in their possession and to
establish that they are of the latest issue.

The American Nuclear Society accepts no responsibility for interpretations of
this standard made by any individual or by any ad hoc group of individuals.
Requests for interpretation should be sent to the Standards Department at
Society Headquarters. Action will be taken to provide appropriate response in
accordance with established procedures that ensure consensus on the inter-
pretation.

Comments on this standard are encouraged and should be sent to Society
Headquarters.
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F orew ord (This Foreword is not a part of American National Standard Use of Borosilicate Glass Raschig Rings as a
Neutron Absorber in Solutions of Fissile Material, ANSI/ANS-8.5-1996.)

This standard provides guidance for the use of borosilicate-glass Raschig rings as a
neutron absorber for criticality control in plants processing fissile materials. It
also specifies maximum concentrations of homogeneous solutions of uranium and
plutonium in vessels of unlimited size when packed with rings.

This standard was first approved as N16.4-1971, revised as ANSI/ANS-8.5-1979,
and again revised as ANSI/ANS-8.5-1986, as a result of the prescribed periodic
review. Although the general use of neutron absorbers, including Raschig rings,

for criticality control dates back to 1958, some applications were recorded as early
as the mid-1940s.

The early experimental data forming the basis for some of the specifications in this
standard and a review of the early experience with Raschig rings were reported by
Nichols et.al.” before the first publication of this standard. Additional data that
provides bases for other portions of this standard have also been published.”

Changes in this revision of the standard are primarily in two areas. First,
references to specific methods of analysis of Raschig ring properties have been
removed and collected in the Appendix, to illustrate suggested methods which may
be used. Whatever methods are used must be documented and independently
reviewed. Second, emphasis has been placed on the use of control Raschig rings
and trends in their (non-destructively) measured properties to determine the
frequency of maintenance tests. Both of these reflect up-to-date concepts in
assuring that the properties needed for criticality safety actually exist, and
continue to exist, during service in vessels packed with Raschig rings.

Working Group ANS-8.5 had the following membership during the creation of this
revision:

N. Ketzlach, Chairman, Individual
D. R. Finch, Westinghouse Savannah River Company
R. E. Rothe, Individual

Also contributing to this revision were:

P. B. Adams, Precision Analytical

F. M. Alcorn, The Babcock & Wilcox Company
B. B. Ernst, American Nuclear Insurers

dJ. E. Hicks, Rocky Flats Plant

dJ. D. McCarthy, Individual

R. E. Wilson, Rocky Flats Plant

*J.P. Nichols, C. L. Schuske, and D. W. Magnuson, Use of Borosilicate-Glass Raschig Rings as a Neutron
Absorber in Solutions of Fissile Material, Y-DCD-8, Oak Ridge Y-12 Plant, Oak Ridge, TN, 1971.

**P.B. Adams, "Glass Containers for Ultrapure Solutions,” Chapter 14 in Ultrapurity, edited by M. Zieff

and R. Speights, Marcel Dekker, Inc., New York, 1972; and N. Ketzlach, "Proposed Extension of Raschig
Ring Standard to Low Enriched Uranium Fuels," Nuclear Technology, 42, 65, 1979.
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The development of the standard and its maintenance were performed under
Subcommittee ANS-8, Fissionable Materials Outside Reactors, of the Standards
Committee of the American Nuclear Society. At the time of approval of the
revision ANS-8 had the following membership:

. P. McLaughlin, Chairman, Los Alamos National Laboratory
. C. Schlesser, Secretary, Los Alamos National Laboratory
. M. Alcorn, The Babcock & Wilcox Company
. D. Carter, Mohr & Associates
. D. Clayton, Individual
. M. Dawson, Transnuclear, Inc.
. R. Finch, Westinghouse Savannah River Company
. S. Garcia, Argonne National Leboratory
. M. Hopper, Oak Ridge National Leboratory
. B. Johnson, Individual
. Ketzlach, Individual
. Kiyose, Tokai University
. A. Libby, Baitelle Pacific Northwest Laboratories
. G. Morrison, Individual
. Reed, Martin Marietta Energy Systems, Inc.
. Smith, Individual
. Thomas, Individual
Toﬂ'er Westinghouse Hanford Company
. E. Whitesides, Oak Ridge National Laboratory
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Consensus Committee N16, Nuclear Criticality Safety, had the following
membership when it reviewed and approved this standard:

David R. Smith, Chairman
Elizabeth B. Johnson, Secretary

G H. BIAIDET - eenie ittt e e Individual
R. D, BUSCh oot e University of New Mexico
S.P. Congdon . ...iuniiii e ASTM (GE Nuclear Energy)
D3 U0 R D 7 1 AP 5 3 University of Tennessee
D OB S J08 1Y 0¥ 1Y+ « N ) Individual
2 G VT O RO Ogden Environmental and Energy Services
JR.LaRiviere .......c.oveeeiiiiiiiiiiiiiiiiiiiiia i, American Institute of Chemical Engineers
M. E. MeLain, dr. . oernieete ettt e Health Physics Society
C.D.MANDINEG . ovnvterietii i iean e eia i iaenes Siemens Nuclear Power Corporation
DS PO o V< 7+ <Y R Individual
D R D 27 L Westinghouse Savannah River Company
B. M. Rothleder .....ovuiniiiieetetie ettt e aeaeananenaes U.S. Department of Energy
D R Vs = - Individual
D. R Smith ..o e American Nuclear Society
R.G.Taylor ..ottt Martin Marietta Energy Systems, Inc.
B R R Ve < P Individual
R M. Westfall ... e ieeaeas Martin Marietta Energy Systems, Inc
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