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The American National Standards Institute, Inc. (ANSI) is the na-

tional coordinator of voluntary standards development and the clear-

ing house in the U.S. for information on national and international

standards.

The Acoustical Society of America (ASA) is an organization of sci-

entists and engineers formed in 1 929 to increase and diffuse the

knowledge of acoustics and to promote its practical applications.
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Abstract

This Standard defines a method for measuring the dynamic mechanical properties of viscoelastic materials

using a canti lever beam technique. The dynamic mechanical properties are expressed in terms of the

frequency dependence of Young’s modulus and loss factor at a given reference temperature. The Standard

provides information for constructing such equipment and analyzing the results obtained.
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AMERICAN NATIONAL STANDARDS ON ACOUSTICS

The Acoustical Society of America (ASA) provides the Secretariat for Accredited

Standards Committees S1 on Acoustics, S2 on Mechanical Vibration and Shock,

S3 on Bioacoustics, and S1 2 on Noise. These committees have wide represen-

tation from the technical community (manufacturers, consumers, and general-

interest representatives). The standards are published by the Acoustical Society of

America through the American Institute of Physics as American National Stan-

dards after approval by their respective standards committees and the American

National Standards Institute.

These standards are developed and published as a public service to provide

standards useful to the public, industry, and consumers, and to Federal, State,

and local governments.

Each of the Accredited Standards Committees [operating in accordance with pro-

cedures approved by American National Standards Institute (ANSI)] is responsible

for developing, voting upon, and maintaining or revising its own standards. The

ASA Standards Secretariat administers committee organization and activity and

provides l iaison between the Accredited Standards Committees and ANSI. After

the standards have been produced and adopted by the Accredited Standards

Committees, and approved as American National Standards by ANSI, the ASA

Standards Secretariat arranges for their publication and distribution.

An American National Standard implies a consensus of those substantial ly con-

cerned with its scope and provisions. Consensus is establ ished when, in the

judgment of the ANSI Board of Standards Review, substantial agreement has

been reached by directly and material ly affected interests. Substantial agreement

means much more than a simple majority, but not necessari ly unanimity. Consen-

sus requires that al l views and objections be considered and that a concerted

effort be made towards their resolution.

The use of American National Standards is completely voluntary. Their existence

does not in any respect preclude anyone, whether he or she has approved the

standards or not, from manufacturing, marketing, purchasing, or using products,

processes, or procedures not conforming to the standards.

NOTICE: This American National Standard may be revised or withdrawn at any

time. The procedures of the American National Standards Institute require that

action be taken periodical ly to reaffirm, revise, or withdraw this Standard.

Standards Secretariat

Acoustical Society of America

1 20 Wall Street, 32nd Floor

New York, New York 1 0005-3993

USA

Telephone: 1 1 21 2 248 0373

Telefax: 1 1 21 2 248 01 46

E-mail : asastds@aip.org

Internet: http://asa.aip.org

© 1 998 by the Acoustical Society of America. This Standard may not be reproduced in
whole or in part in any form for sale, promotion, or any commercial purpose, or any purpose
not fal l ing within the provisions of the Copyright Act of 1 976, without prior written permission
of the publisher. For permission, address a request to the Standards Secretariat of the
Acoustical Society of America.
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Foreword

[This Foreword is for information only, and is not a part of ANSI S2.23 - 1 998 American
National Standard Single Canti lever Beam Method for Measuring the Dynamic Mechanical
Properties of Viscoelastic Materials. ]

This Standard was developed under the jurisdiction of Accredited Standards Com-

mittee S2, Mechanical Vibration and Shock, which has the fol lowing scope:

Standards, specifications, methods of measurement and test terminology in the
fields of mechanical vibration and shock and condition monitoring and diagnos-
tics of machines, but excluding those aspects which pertain to biological safety,
tolerance, and comfort.

At the time this Standard was submitted to Accredited Standards Committee S2,

Mechanical Vibration and Shock, for approval, the membership was as fol lows:

D. J. Evans, Chair
R. F. Taddeo, Vice Chair

A. Brenig, Secretary

Acoustical Society of America . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . D. J. Evans

R. F. Taddeo (Alt. )
Boyce Engineering International . . . . . . . . . . . . . . . . . . . . . . . . . . . . . M. P. Boyce

C. Meher-Homji (Alt. )
Bruel & Kjær Instruments . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . L. J. Pace

M. Alexander (Alt. )
Endevco Corporation . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . R. D. Sil l

Hewlett Packard Company . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . N. Olsen

National Electrical Manufacturers Association „NEMA… . . . . . . . D. Rawlings

E. LaBrush (Alt. )
National Institute of Standards and Technology . . . . . . . . . . . . . . D. J. Evans

B. F. Payne (Alt. )
PCB Piezotronics, Inc . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . R. W. Lally

J. Lin (Alt. )
Sandia Corporation . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . V. I . Bateman

Schenck Trebel Corporation . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . B. Dittmar

U.S. Naval Sea Systems Command . . . . . . . . . . . . . . . . . . . . . . . . . . R. F. Taddeo

A. K. Kukk (Alt. )
U.S. Naval Surface Warfare Center . . . . . . . . . . . . . . . . . . . . . . . . . . P. C. Shang

L. D. Cole (Alt. )
Vibration Institute . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . . J. McHugh

Individual Experts of Accredited Standards Committee S2, Mechanical Vibration

and Shock, were:

P. K. Baade

G. Booth

K. M. Eldred

S. I . Hayek

L. A. Herstein

D. L. Johnson

A. F. Ki lcul len

D. F. Muster

D. E. Vendittis

H. E. von Gierke
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