ANSI S2.24-2001
e ~

Reaffirmed by ANSI
March 21, 2006

\ J

s N

Reaffirmed by ANSI

April 22, 2011
. J

AMERICAN NATIONAL STANDARD
GRAPHICAL PRESENTATION OF THE
COMPLEX MODULUS OF
VISCOELASTIC MATERIALS

ANSI S2.24-2001

Accredited Standards Committee S2, Mechanical Vibration and Shock

Standards Secretariat
Acoustical Society of America

35 Pinelawn Road, Suite 1
Melville, NY 11747-3177 Dﬁcuments

Document Sharing Hub

Full document details: ANSI S2.24-2001 (2011)


http://www.avadocuments.com/doc/ansi-s2-24-2001-2011
http://www.avadocuments.com/doc/ansi-s2-24-2001-2011

The American National Standards Institute, Inc. (ANSI) is the na-
tional coordinator of voluntary standards development and the clear-
inghouse in the U.S. for information on national and international
standards.

The Acoustical Society of America (ASA) is an organization of sci-
entists and engineers formed in 1929 to increase and diffuse the
knowledge of acoustics and to promote its practical applications.
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ANSI S2.24-2001

American National Standard

Graphical Presentation of the Complex Modulus
of Viscoelastic Materials

Secretariat
Acoustical Society of America

Approved 3 July 2001
American National Standards Institute, Inc.

Abstract

This Standard specifies the procedure for generating a graphical presentation of the frequency and
temperature dependence of the complex modulus of viscoelastic materials. This Standard is the National
counterpart of ISO 10112, Damping materials - Graphical presentation of the complex modulus.
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AMERICAN NATIONAL STANDARDS ON ACOUSTICS

The Acoustical Society of America (ASA) provides the Secretariat for Accredited
Standards Committees S1 on Acoustics, S2 on Mechanical Vibration and Shock,
S3 on Bioacoustics, and S12 on Noise. These committees have wide represen-
tation from the technical community (manufacturers, consumers, and general-
interest representatives). The standards are published by the Acoustical Society of
America through the American Institute of Physics as American National Stan-
dards after approval by their respective Standards Committees and the American
National Standards Institute.

These standards are developed and published as a public service to provide
standards useful to the public, industry, and consumers, and to Federal, State,
and local governments.

Each of the Accredited Standards Committees (operating in accordance with pro-
cedures approved by ANSI) is responsible for developing, voting upon, and main-
taining or revising its own Standards. The ASA Standards Secretariat administers
Committee organization and activity and provides liaison between the Accredited
Standards Committees and ANSI. After the Standards have been produced and
adopted by the Accredited Standards Committees, and approved as American
National Standards by ANSI, the ASA Standards Secretariat arranges for their
publication and distribution.

An American National Standard implies a consensus of those substantially con-
cerned with its scope and provisions. Consensus is established when, in the
judgment of the ANSI Board of Standards Review, substantial agreement has
been reached by directly and materially affected interests. Substantial agreement
means much more than a simple majority, but not necessarily unanimity. Consen-
sus requires that all views and objections be considered and that a concerted
effort be made towards their resolution.

The use of American National Standards are completely voluntary. Their existence
does not in any respect preclude anyone, whether he or she has approved the
Standards or not, from manufacturing, marketing, purchasing, or using products,
processes, or procedures not conforming to the Standards.

NOTICE: This American National Standard may be revised or withdrawn at any
time. The procedures of the American National Standards Institute require that
action be taken periodically to reaffirm, revise, or withdraw this Standard.

Standards Secretariat
Acoustical Society of America
35 Pinelawn Rd. Suite 114E
Melville, New York 11747
USA

Telephone: +1 631 390-0215
Telefax: +1 631 390-0217
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Foreword

[This Foreword is for information only, and is not a part of ANSI S2.24.2001 American
National Standard Method of Graphical Presentation of the Complex Modulus of Viscoelas-
tic Materials.]

This Standard was developed under the jurisdiction of Accredited Standards Com-
mittee S2, Mechanical Vibration and Shock. This Standard is the National coun-
terpart of ISO 10112, Damping materials - Graphical presentation of the complex
modulus.

Accredited Standards Committee S2, Mechanical Vibration and Shock, has the
following scope:

Standards, specifications, methods of measurement and test, and terminology
in the fields of mechanical vibration and shock and condition monitoring and
diagnostics of machines, but excluding those aspects which pertain to biologi-
cal safety, tolerance, and comfort.

At the time this Standard was submitted to Accredited Standards Committee S2,
Mechanical Vibration and Shock, for approval, the membership was as follows:

R. J. Peppin, Chair
D. J. Evans, Vice Chair
S. B. Blaeser, Secretary

Acoustical Society of America .............................. S. I. Hayek
B. E. Douglas (Alt.)

American Industrial Hygiene Association .................... L. H Royster
D. Driscoll (Alt.)

Bruel & Kjaer Instruments ................. ... ... M. Alexander
J. Chou (Alt)

Endevco Corporation .......... ... ... ... ... R. D. Sill

The Modal Shop ......... ... .. K. Cedercreutz
National Electrical Manufacturers Association (NEMA) ....... D. Rawlings
National Institute of Standards and Technology .............. D. J. Evans

B. F. Payne (Alt)

Schenck Trebel Corporation ................................ B. Dittmar
Shock and Vibration Information Analysis Center............. J. Leifer
Society for Machinery Failure Prevention Technology ........ H. C. Pusey

H. A. Gaberson (Alt) Documents
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