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Preface

This Standard was prepared by the Standards Australia Committee CE-012, Aggregates and Rock for
Engineering Purposes, to supersede AS 1141.18—1996.

The objective of this document is to define the method for determining the percentage by mass of
crushed and uncrushed particles in aggregate derived from rounded gravel.
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