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Preface

This Standard was prepared by the Standards Australia Committee CE-012, Aggregates and Rock for 
Engineering Purposes, to supersede AS 1141.23:2009.

The objective of this document is to define procedures that determine the Los Angeles value for 
aggregates with maximum particle size between 9.5 mm and 53 mm. The procedure defines a series of 
standard test gradings. One of these gradings includes a defined percentage of flaky particles and this 
grading is useful for testing source rock.

The major changes in this edition are as follows:

(a)	 Addition of this Preface.

(b)	 Additional terms and definitions, see Clause 3.

(c)	 Inclusion of the variation between plant-produced samples and laboratory-crushed samples 
in test report, see Clause 10.

(d)	 Inclusion of a clause on Sampling, see Clause 5.

Appendix A specifies the requirements for the Los Angeles testing machine in both text and drawings.

Appendix B provides an example of a laboratory work sheet that is designed to record all test data 
required by the method.

The terms “normative” and “informative” are used in Standards to define the application of the appendix 
to which they apply. A “normative” appendix is an integral part of a standard whereas an “informative” 
appendix is only for information and guidance.
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