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Preface

This Standard was prepared by the Standards Australia Committee CE-012, Aggregates and Rock for 
Engineering Purposes, to supersede AS  1141.26—2008, Methods for sampling and testing aggregates, 
Method 26: Secondary minerals content in igneous rocks.

The objective of this Method is to provide a microscopic procedure for determining the percentage of 
secondary minerals, including deuteric minerals, present in igneous rocks.

Major changes to this edition are as follows:

(a)	 A more detailed list of apparatus essential for conducting the examination of thin sections.

(b)	 A list of optional apparatus that may be useful in conducting the examination.

(c)	 Inclusion of apparatus essential for the preparation of thin sections.

(d)	 Inclusion of an Application clause, outlining limitations of this Method, and an alternative 
method when a more detailed petrological report is required.
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