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Review of Australian Standards. To keep abreast of progress in industry, Australian Standards are subject
to periodic review and are kept up to date by the issue of amendments or new editions as necessary. It is
important therefore that Standards users ensure that they are in possession of the latest edition, and any
amendments thereto.

Full details of all Australian Standards and related publications will be found in the Standards Australia
Catalogue of Publications; this information is supplemented each month by the magazine ‘The Australian
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and amendments, and of withdrawn Standards.

Suggestions for improvements to Australian Standards, addressed to the head office ofStandards Australia,
are welcomed. Notification ofany inaccuracy or ambiguity found in an Australian Standard should be made
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PREFACE

This Australian S tandard was prepared by S tandards Australia Committee PL/1 0/2,

Mechanical Testing of Pl astics , under the authority of the Plastics S tandards B oard to
supersede the 1 972 edition.

The S tandard differs considerably from the previous edition in that two types of
notched specimens, and unnotched specimens, are permitted in lieu of a single notched

specimen. The subj ect matter dealing with equipment and specimen preparation, is
technically similar to ISO 1 80, Plastics —Determination of Izod impact strength of

rigid materials, which is currently under review by IS O.

This Australian S tandard takes cognizance of several draft revis ions of IS O 1 80 — 1 982
but as these are yet to be finalized the text of this Standard differs editorially from the
proposed IS O drafts.
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