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Review of Australian Standards. To keep abreast ofprogress in industry, Australian Standards are subject
to periodic review and are kept up to date by the issue of amendments or new editions as necessary. It is
important therefore that Standards users ensure that they are in possession of the latest edition, and any
amendments thereto.

Full details of all Australian Standards and related publications will be found in the Standards Australia
Catalogue of Publications; this information is supplemented each month by the magazine ‘The Australian
Standard’, which subscribing members receive, and which gives details of new publications, new editions
and amendments, and of withdrawn Standards.

Suggestions for improvements to Australian Standards, addressed to the head office ofStandards Australia,
are welcomed. Notification ofany inaccuracy or ambiguity found in an Australian Standard should be made
without delay in order that the matter may be investigated and appropriate action taken.

This Standard was issued in draft form for comment as DR 87284.
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PREFACE

This Standard was prepared by S tandards Australia’ s Committee PL /1 0/2, Mechanical
Testing of Pl astics , under the authority of the Pl astics Standards B oard.

The S tandard provides procedures for testing of plastics materials using the Charpy
Impact Test, which have not hitherto been covered by an Australian Standard.

The Standard is applicable to a range of plastics materials , and does not refer to
specific materials. The subj ect matter dealing with equipment and specimen preparation
is technically similar to ISO 1 79, Plastics—Determination of Charpy impact strength
of rigid materials, which is currently under review by IS O.

This Australian Standard takes cognizance of several draft revisions of IS O 1 79—1 982
but, as these are yet to be finalized, the text of this Standard differs editorially from
the proposed drafts.

© Copyri ght S TAND ARDS AUSTRALI A

Users of S tandards are reminded that copyri ght subsists i n all Standards Australi a publicatio ns and soft ware. Except where the
Copyri ght Act all ows and except where provided fo r below no publicatio ns or softw are pro duced by S tandards Austr alia may be
reproduced, stored i n a retri eval system in any form or transmi tt ed by any means wi thout pri or perm is sion i n wri ti ng fr om
Standards Australi a. Permi ssio n may be conditi onal on an appro priate ro yalt y payment. Requests for permi ssio n and info rmatio n on
commercial soft ware royalti es should be dir ected to the head offic e of Standards Australi a.

Standards Australi a wil l permi t up to 1 0 percent of the technical content pages of a Standard to be copied fo r use
exclusively i n- house by purc hasers of the Standard wi thout payment of a royalty or advice to Standards Austr alia.

Standards Australi a wil l als o permi t the inclusio n of i ts copyri ght material i n computer soft ware programs for no ro yalt y
payment provided such programs are used exclusively in-house by the creators of the pro grams.

Care should be taken to ensure that material used i s fr om the current editi on of the S tandard and that it i s updated whenever the
Standard i s amended or revis ed. The number and date of the Standard should therefo re be clearly i dentified.

The use of material in pri nt form or in computer soft ware programs to be used commercially , wi th or wi thout payment, or i n
commercial contracts is subject to the payment of a royalty . This policy may be vari ed by Standards Austr alia at any ti me.
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