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AS 1329.8 —1994 2

PREFACE

This S tandard was prepared by the S tandards Australia Committee CH/10 on the Analysis of

Metals to supersede AS 1329.8—1980, Methods for the analysis of zinc and zinc alloys ,

Part 8: Determination ofcadmium content—Flame atomic absorption spectrometric method.
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