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AS 1580.301.1—2005/Amdt 1/2006-03-30 

STANDARDS AUSTRALIA 
 

Amendment No. 1 

to 

AS 1580.301.1—2005 

Paints and related materials—Methods of test 

Method 301.1:  Non-volatile content by mass 
 

CORRECTION 

The 2005 edition of AS 1580.301.1 is amended as follows; the amendment should be inserted in the 

appropriate place. 

SUMMARY:  This Amendment applies to Clause 10. 

Published on 30 March 2006. 

 

Page 3   Clause 10 

Delete existing Equation 1 and replace with the following: 
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Full document details: AS 1580.301.1-2005 amd1-2006

http://www.avadocuments.com/doc/as-1580-301-1-2005-amd1-2006
http://www.avadocuments.com/doc/as-1580-301-1-2005-amd1-2006
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