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AS 1774.31.2/Amdt 1/2001-11-29

STANDARDS AUSTRALIA

Amendment No. 1
to

AS 1774.31.2—  2001
Refractories and refractory materials—Physical test methods

Method 31.2: Modulus of elasticity—Compression method

CORRECTION

The 2001 edition of AS 1774.31.2 is amended as follows; the amendment should be inserted in the appropriate
places.

SUMMARY:   This Amendment applies to Clauses 6.2.1 and 8.

Published on 29 November 2001.

Page 2   Clause 6.2.1

Delete ‘deformation rate of 0.02 mm/min’ and replace with ‘strain rate of 0.05%’.

Page 3   Clause 8, Item (f)

Delete ‘deformation rate of 0.02 mm/min’ and replace with ‘strain rate of 0.05%’.
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