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AS 1774.32/Amdt 1/2003-07-07 

STANDARDS AUSTRALIA 
 

Amendment No. 1 

to 

AS 1774.32—2002 

Refractories and refractory materials—Physical test methods 

Method 32: Refractory products containing carbon—Test methods 
 

CORRECTION 

The 2002 edition of AS 1774.32 is amended as follows; the amendment(s) should be inserted in the 

appropriate place(s). 

SUMMARY:   This Amendment applies to Clause 3.5.2. 

Published on 7 July 2003. 

 

Page 7   Clause 3.5.2, Equation 3 

In Equation 3 delete ‘× 100’. 
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