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Preface

This Test Method was prepared by the Standards Australia Committee MN-007, Refractories and 
Refractory Materials, to supersede AS 1774.4.1—2002, Refractories and refractory materials—Physical 
test methods, Method 4.1: Preparation of test pieces—By casting.

The objective of this document is to provide the Australian refractories industry with an accepted 
method for preparing monolithic test pieces by casting. This document has been modified to align as 
closely as possible with ISO 1927‑4 and ISO 1927‑5 while retaining the historical and technical benefits 
of AS 1774.4.1.

A list of all parts in the AS 1774 series can be found in the Standards Australia online catalogue.

The major changes in this edition are as follows:

(a)	 Allow for an increased range of mould sizes for casting test pieces.

(b)	 Define when an 80 mm flow cone is used for determination of flow.

(c)	 Improved explanation of current Australian refractory industry practice.

The terms “normative” and “informative” are used in Standards to define the application of the 
appendices to which they apply. A “normative” appendix is an integral part of a Standard, whereas an 
“informative” appendix is only for information and guidance.
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