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AS 1774.6—2001
ISO 5018:1983

i

Australian StandardTM

Refractories and refractory materials—
Physical test methods

Method 6:  Determination of true density

PREFACE

This Standard was prepared by the Standards Australia Committee  MN-007, Refractories and
Refractory Materials, to supersede AS 1774.6—1992, Refractories and refractory materials—Physical
test methods, Method 6: Determination of true density.
The objective of this Standard is to provide testing laboratories a means of determining the true density
of a refractory material.
This Standard is identical with and has been reproduced from ISO 5018:1983, Refractory materials—
Determination of true density.
Statements expressed in mandatory terms in notes to the text are deemed to be requirements of this
Standard.
As this Standard is reproduced from an international Standard, the following applies:
(a) Its number appears on the cover page while the International Standard number appears only on

the cover.
(b) In the source text, ‘this International Standard’ should read ‘this Australian Standard’.
(c) A full point substitutes for a comma when referring to a decimal marker.
References to International Standards should be replaced by references to Australian Standards as
follows:
Reference to International Standard Australian Standard
ISO AS
565 Test sieves—Woven metal wire cloth

and perforated plate—Nominated sizes
of apertures

1152 Specification for test sieves

R 836 Vocabulary for the refractories
industry

2780 Refractories and refractory
materials—Glossary of terms

5022 Shaped refractory products—Sampling
and acceptance

2497 Sampling procedures for acceptance
testing of shaped refractory products
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