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PREFACE

This edition of this standard was prepared under the direction of the Association’s
Committee on Metal Finishing by its subcommittee on zinc and cadmium coatings to
supersede AS 1790—1976,  Electroplated Coatings of Cadmium on Iron and Steel.

In preparing this edition of the standard,  the committee considered the latest information
contained in ISO/DIS 2082,  Metallic Coatings—Electroplated Coatings of Cadmium on
Iron or Steel.

This standard essentially conforms to the ISO standard but differs in the heat treatment
times for the relief of hydrogen embrittlement.  The committee believes that the heating
times specified in ISO/DIS 2082 are too long when compared with the requirements of
AS CK13.  The times given in AS CK13  are based on Australian experience.  They are
considered to be adequate and have been retained in this standard.

No changes have been made to the thickness requirements but service conditions and
typical applications have been included.
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