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PREFACE 

This Standard was prepared by the Standards Australian Committee TX-020, Testing of Textiles to 

supersede, in part, AS 2001.2.25—1990, Methods of test for textiles, Method 2.25: Physical tests—

Determination of flat abrasion resistance of textile fabrics (Martindale abrasion method).  

The objective of this Standard is to provide manufacturers and testing bodies with a Standard for 

specifying the testing apparatus required for the determination of the abrasion resistance of fabrics.  

This Standard is identical with and has been reproduced from ISO 12947-1:1998, Textiles —

Determination of the abrasion resistance of fabrics by the Martindale method—Part 1: Martindale 

abrasion testing apparatus and its Corrigendum 1:2002, which has been added after the main source 

text.  

As this Standard is reproduced from an International Standard, the following applies: 

(a) Its number appears on the cover and title page while the International Standard number appears 

only on the cover. 

(b) In the source text ‘this part of ISO 12947’ should read ‘this Australian Standard’. 

(c) A full point should be substituted for a comma when referring to a decimal marker. 

The reference to International Standard should be replaced by references to the following Australian 

Standards: 

References to International Standards  Australian Standards 

ISO   AS  

 2001 Methods of test for textiles 137 Wool—Determination of fibre 

diameter—Projection 

microscope method 
 

2001.2.1 Method 2.1: Physical tests—

Determination of mean fibre diameter 

of textile fibres by measurement of 

projected images 

286 ISO system of limits and fits  1654 ISO system of limits and fits 

286-2 Part 2: Tables of standard 

tolerance grades and limit 

deviations for holes and shafts 

 1654.2 Part 2: Tables of standard tolerance 

grades and limit deviations for holes 

and shafts 

 2282 Methods for testing flexible cellular 

polyurethane 

845 Cellular plastics and rubbers–

Determination of apparent 

(bulk) density  2282.3 Method 3: Determination of apparent 

density 
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ISO   AS  

 2001 Methods of test for textiles 2060 Textiles—Yarn from 

packages—Determination of 

linear density (mass per unit 

length)—Skein method 

 
2001.2.23 Method 2.23: Physical tests—

Determination of linear density of 

textile yarn from packages 

2061 Textiles—Determination of 

twist in yarns—Direct counting 

method 

 2001.2.14 Method 2.14: Physical test—

Determination of twist in yarns 

2286 Rubber-or plastics-coated 

fabrics—Determination of roll 

characteristics 

 

2286-3: Part 3: Method for the 

determination of thickness 

 

— — 

3074 Wool—Determination of 

dichloromethane—Soluble 

matter in combed sliver 

 2001.3.4 Method 3.4: Chemical tests—

Determination of solvent extractable 

matter 

3801 Textiles—Woven fabrics—

Determination of mass per unit 

length and mass per unit area 

 2001.2.13 Method 2.13: Physical tests— 

Determination of mass per unit area 

and mass per unit length of fabrics 

 
5084 Textiles—Determination of 

thickness of textiles and textile 

products  

2001.2.15 Method 2.15: Physical tests—

Determination of thickness of textile 

fabrics 

7211 Textiles—Woven fabrics—

Construction—Method of 

analysis 

 

7211-2 Part 2: Determination of 

number of threads per unit 

length 

 

2001.2.5 Method 2.5: Physical tests—

Determination of the number of 

threads per unit length in woven 

fabric 

12947 Textiles—Determination of the 

abrasion resistance of fabrics 

by the Martindale method 

 2001.2.25 Determination of the abrasion 

resistance of fabrics by the 

Martindale method 

12947-2 Part 2: Determination of 

specimen breakdown 

 2001.2.25.2 Method 2.25.2: Physical tests—

Determination of the abrasion 

resistance of fabrics by the 

Martindale method—Determination 

of specimen breakdown 

12947-3 Part 3: Determination of mass 

loss 

 2001.2.25.3 Method 2.25.3: Physical tests—

Determination of the abrasion 

resistance of fabrics by the 

Martindale method—Determination 

of mass loss 

The AS 2001 series on Methods of test for textiles is in the process of revision. Editions listed above 

are current at the time of publication of this Standard but may be subsequently updated. The most 

recent edition of referenced documents should be used. 

The terms ‘normative’ and ‘informative’ have been used in this Standard to define the application of 

the annex to which they apply. A ‘normative’ annex is an integral part of a Standard, whereas an 

‘informative’ annex is only for information and guidance. 
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FOREWORD 

The Martindale abrasion machine was developed primarily to assess abrasion resistance of woven 

worsted wool fabrics. It was designed to give a controlled amount of multidirectional abrasion, 

between the fabric surface and a crossbred wool abradant fabric, at comparatively low pressures until 

thread breakdown, or unacceptable change in colour or appearance occurs. 

Abrasion of the fabric surface does not necessarily cover all aspects of strains which are important in 

determining service life, however there are occasions when an abrasion test gives useful information. 

The manner in which textile fabrics abrade is a complex process and is caused primarily by 

mechanical actions, such as rubbing, shearing, stretching, twisting and flexing, under a wide range of 

end use conditions. Fabric abrasion resistance can be influenced by such properties as fibre type, yarn 

properties, fabric construction, finishing and, in the case of fabrics containing hydrophilic fibres, 

moisture content. 

Test result reproducibility can depend on such factors as the condition of the test apparatus, the 

removal of pills from the test specimen during testing, test specimen and abradant tension, the type of 

fabric under test and the consistency of abradant quality. 

The Martindale abrasion test method is considered suitable for some knitted fabrics, but due to the 

inability of the test apparatus to maintain constant tension on the test specimen during testing, 

unstable knit structures can give highly variable test results unless a suitable backing is placed behind 

the test specimen. 

The apparatus is not appropriate for the testing of long pile fabrics, because the pile tends to lie in one 

direction and they are therefore abraded in a manner inconsistent with normal use. 

This test should not be used indiscriminately, and particularly not for comparing fabrics of widely 

different fibre composition or construction, without preliminary test correlation to the service life by 

the user laboratory. 
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INTRODUCTION 

 

ISO 12947-1:1998(E) © ISO

iv

Introduction

The choice of method of abrasion testing is established before the start of the testing and recorded in the test
report, since the results of the different methods cannot be compared with each other.

The determination of resistance to pilling of fabrics using the Martindale apparatus is given in ISO 12945,
Textiles — Determination of the resistance to pilling and change of appearance of fabrics, parts 1, 2 and 31).

                                                     

1) These three parts of International Standard ISO 12945 are yet to be published.
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INTERNATIONAL STANDARD    © ISO ISO 12947-1:1998(E)

1

Textiles — Determination of the abrasion resistance of fabrics by
the Martindale method —

Part 1:
Martindale abrasion testing apparatus

1 Scope

This part of ISO 12947 specifies requirements for the Martindale testing apparatus and auxiliary materials for use in
the test methods specified in parts 2 to 4 of ISO 12947 for determination of the abrasion resistance of fabrics.

This part of ISO 12947 is applicable to apparatus for the testing of:

a) woven and knitted fabrics;

b) pile textiles having a pile height of up to 2 mm;

c) nonwovens.

2 Normative references

The following normative documents contain provisions which, through reference in this text, constitute provisions of
this part of ISO 12947. For dated references, subsequent amendments to, or revisions of, any of these publications
do not apply. However, parties to agreements based on this part of ISO 12947 are encouraged to investigate the
possibility of applying the most recent editions of the normative documents indicated below. For undated
references, the latest edition of the normative document referred to applies. Members of ISO and IEC maintain
registers of currently valid International Standards.

ISO 137:1975, Wool — Determination of fibre diameter — Projection microscope method.

ISO 286-2:1988, ISO system of limits and fits — Part 2: Tables of standard tolerance grades and limit deviations for
holes and shafts.

ISO 845:1988, Cellular plastics and rubbers — Determination of apparent (bulk) density.

ISO 2060:1994, Textiles — Yarn from packages — Determination of linear density (mass per unit length) — Skein
method.

ISO 2061:1995, Textiles — Determination of twist in yarns — Direct counting method.

ISO 2286-3:1998, Rubber- or plastics-coated fabrics — Determination of roll characteristics — Part 3: Method for
the determination of thickness.

ISO 3074:1975, Wool — Determination of dichloromethane — Soluble matter in combed sliver.

ISO 3801:1977, Textiles — Woven fabrics — Determination of mass per unit length and mass per unit area.

ISO 5084:1996, Textiles — Determination of thickness of textiles and textile products.
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ISO 7211-2:1984, Textiles — Woven Fabrics — Construction — Methods of analysis — Part 2: Determination of
number of threads per unit length.

ISO 12947-2:1998, Textiles — Determination of the abrasion resistance of fabrics by the Martindale method —
Part 2: Determination of specimen breakdown.

ISO 12947-3:1998, Textiles — Determination of the abrasion resistance of fabrics by the Martindale method —
Part 3: Determination of mass loss.

3 Definitions

For the purposes of this part of ISO 12947, the following definitions apply.

3.1
abrasion rub
one revolution of the two outer drives of the Martindale abrasion tester

3.2
abrasion cycle
completion of all the translational abrasion movements tracing a Lissajous figure comprising 16 rubs, i.e.
16 revolutions of the two outer drives and 15 revolutions of the inner drive of the Martindale abrasion tester

3.3
inspection interval
number of continuously performed rubs

3.4
Lissajous figure
figure created by movement which changes from a circle to gradually narrowing ellipses, until it becomes a straight
line, from which progressively widening ellipses develop, in a diagonally opposite direction before the pattern is
repeated

3.5
work station
abrading table

4 Principle

The Martindale abrasion tester subjects a circular specimen to a defined load and rubs it against an abrasive
medium (i.e standard fabric) in a translational movement tracing a Lissajous figure. The specimen holder, containing
either specimen or abrasive medium depending on which method (ISO 12947, Parts 2, 3 or 4) is being used, is
additionally freely rotatable around its own axis perpendicular to the horizontal plane.

The specimen is subjected to abrasive wear for a predetermined number of rubs. The number of abrasion rubs
making up the inspection interval depends upon the product type and method of assessment.

5 Apparatus

5.1 General

The test apparatus consists of a baseplate on which are mounted the abrading tables and drive mechanism. The
drive mechanism consists of two outer drives and an inner drive which cause the specimen holder guide plate to
trace a Lissajous figure (see annex A).

NOTE  The Martindale apparatus does not generate a perfect Lissajous motion.

www.standards.com.au Copyright ISO www.isostandards.com.au
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The specimen holder guide plate is moved horizontally by the drive mechanism in such a way that every point of the
guide plate describes the same Lissajous figure.

The specimen holder guide plate is fitted with bearing housings and low friction bearings which carry the specimen
holder guide spindles. The lower end of each specimen holder spindle is inserted into each corresponding specimen
holder body. On the upper end of the spindle, loading pieces can be fitted. The specimen holder consists of a body,
insert and nut.

The apparatus is fitted with a pre-settable counting device which counts each revolution of one of the outer drives.

5.2 Drive and base plate attachments

5.2.1 Drive

The drive shall be arranged so that the heated exhaust air from the motor ventilation cannot reach the abraded
surface. The movement of the specimen holders takes place by means of:

a) two outer synchronised drive units, in which:

 the distance of the axis of the drive units from their central axis is (30,25 ± 0,25) mm;

 the rotational frequency of the outer drive units is (47,5 ± 2,5) min21;

b) an inner drive unit, in which:

 the distance of the axis of the drive unit from its central axis is (30,25 ± 0,25) mm;

 the rotational frequency of the drive unit is (44,5 ± 2,4) min21.

The ratio of the rotation of the outer drive units to that of the inner drive unit shall be 16:15, i.e. after 16 revolutions
of the outer units, the inner unit has carried out 15 revolutions and it has returned to the starting position of the
Lissajous figure.

The maximum length of stroke of the specimen holder guide plate in both the longitudinal and transverse directions
is (60,5 ± 0,5) mm.

5.2.2 Counter

The counter for counting the abrasion rubs shall measure to an accuracy of one rub.

5.2.3 Abrading table

Each of the abrading tables consist of the following elements:

a) abrading table (see figure 1);

b) clamping ring (see figure 2);

c) clamping mechanism to fasten the clamping ring;

d) pressing weight of mass (2,5 ± 0,5) kg and of diameter (120 ± 10) mm.

5.3 Specimen holder guide plate

The specimen holder guide plate is a plate in which three guides engage the drive units. These guides interact so
as to ensure a uniform, smooth and low vibration movement of the specimen holder guide plate.

The specimen holder guide spindles are located in bearing housings secured to the guide plate central to each
abrading table. Each bearing housing carries two bearings. The guide spindles are freely moving and free from play
in the bearings (see also 7.2). These essential requirements are fulfilled by bearing housings and bearings in which:

a) the overall length of the bearing housing is (31,75 ± 0,127) mm;

www.standards.com.au Copyright ISO www.isostandards.com.au
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