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Review of Australian Standards.To keep abreast of progress in industry, Australian Standards are subject
to periodic review and are kept up to date by the issue of amendments or new editions as necessary. It is
important therefore that Standards users ensure that they are in possession of the latest edition, and any
amendments thereto.

Full details of all Australian Standards and related publications wil l be found in the Standards Australia
Catalogue of Publications; this information is supplemented each month by the magazine ‘The Australian
Standard’, which subscribing members receive, and which gives details of new publications, new edit ions
and amendments, and of withdrawn Standards.

Suggestions for improvements to Australian Standards, addressed to the head off ice of Standards Australia,
are welcomed. Noti fication of any inaccuracy or ambiguity found in an Australian Standard should be made
without delay in order that the matter may be investigated and appropriate action taken.

This standard was issued in draft form for comment as DR 85281.
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PREFACE

This edition of this standard was prepared under the direction of the Association’s
Committee for Non-destructive Testing of Metals and Materials by its subcommittee
on surface methods as a result of a request from industry. It was considered that the
existing standard endeavoured to cover too broad a field, viz., non-ferrous tube, ferrous
tube, welded tube and bar, and was insufficiently specific with regard to geometry and
manufacturing details of the reference standards, calibration procedures, and to
frequency limitations. In view of differing and specific requirements for the above
products, it was felt by the subcommittee that the standard should cover a related
group of products, and this standard covers metal tubes only. If a requirement for eddy
current testing of rod and bar arises in the future, a further standard will be prepared.

 Copyright STANDARDS AUSTRALIA

Users of Standards are reminded that copyright subsists in all Standards Australia publications and software. Except where the
Copyright Act allows and except where provided for below no publications or software produced by Standards Australia may be
reproduced, stored in a retrieval system in any form or transmitted by any means without prior permission in wri ting from
Standards Australia. Permission may be conditional on an appropriate royalty payment. Requests for permission and information on
commercial software royalties should be directed to the head off ice of Standards Australia.

Standards Australia wil l permit up to 10 percent of the technical content pages of a Standard to be copied for use
exclusively in-house by purchasers of the Standard without payment of a royalty or advice to Standards Australia.

Standards Australia wil l also permit the inclusion of its copyright material in computer software programs for no royalty
payment provided such programs are used exclusively in-house by the creators of the programs.

Care should be taken to ensure that material used is from the current edition of the Standard and that it is updated whenever the
Standard is amended or revised. The number and date of the Standard should therefore be clearly identif ied.

The use of material in print form or in computer software programs to be used commercially, with or without payment, or in
commercial contracts is subject to the payment of a royalty. This policy may be varied by Standards Australia at any time.
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