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AS 2267 —1997 2

PREFACE

This S tandard was prepared by the S tandards Australia Committee on Coal and Coke as a

revision of the 1979 edition of AS 2267.

Major changes to the previous edition are as follows:

(a) Inclusion of means of minimizing oxidation during size reduction.

(b) Expansion of the Clause relating to box charging and pushing.

(c) Inclusion of a diagram of a movable-wall coke oven.

(d) Inclusion of a means for measuring maximum internal pressure.

(e) Addition of a recommended soaking period.

The objective of this S tandard is to provide those responsible for determining the coke-

making properties of coal and coal blends with a standardized yet relatively inexpensive

and convenient method.

The objective of the revision is to align the S tandard with current practice.
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FOREWORD

Pilot coke ovens provide a convenient and relatively inexpensive method for

determination of the coke-making properties of coals and coal blends. Because they

require comparatively small quantities of coal for testing, they are particularly useful for

studying exploration samples , washery production samples, export grade coal and blends

of different coals. They also find use for coke quality control and for the investigations of

operational parameters at commercial by-product coke oven batteries.
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