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Preface

This Test Method was prepared by the Australian members of Joint Standards Australia/Standards
New Zealand Committee CH-025, Bitumen and Related Products (for Roadmaking), to supersede
AS 2341.12—1993.

After consultation with stakeholders in both countries, Standards Australia and Standards New Zealand
decided to develop this Test Method as an Australian Test Method rather than an Australian/New
Zealand Test Method.

The objective of this Test Method is to specify procedures for the determination of the penetration of
bitumen and related roadmaking products. It is applicable to bituminous materials with penetrations
less than or equal to 200 (0.1 mm).

This Test Method references ASTM D5/D5M-19, Standard Test Method for Penetration of Bituminous
Materials, for use in Australia, subject to modifications set out in Appendix A.

Appendix A lists the variations to ASTM D5/D5M-19, for the application of this Test Method in Australia.

Users of this Test Method are advised that they must purchase ASTM D5/D5M-19 in addition to this
Test Method.

The terms “normative” or “mandatory information” and “informative” or “nonmandatory information”
are used in Standards to define the application of the appendices or annexes to which they apply. A
“normative” appendix or “mandatory information” annex is an integral part of a Standard, whereas an
“informative” or “nonmandatory information” appendix is only for information and guidance.
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