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Preface

This Standard was prepared by the Australian members of Joint Standards Australia/Standards 
New Zealand Committee CH-025, Bitumen and Related Products (for Roadmaking), to supersede 
AS 2341.15:1994.

After consultation with stakeholders in both countries, Standards Australia and Standards New 
Zealand decided to develop this document as an Australian Standard rather than an Australian/New 
Zealand Standard.

The objective of this document is to specify procedures to determine the percentage residue after 
distillation of cutback bitumen. The residue obtained from the distillation process may also be subjected 
to further tests (e.g. dynamic viscosity at 60 °C).

The major changes to this edition are as follows:

(a)	 The apparatus and procedure have been changed to reflect current available equipment and 
standard industry practice.

(b)	 The method of heating the sample now includes the option of using a gas burner or an electric 
heating mantle.

(c)	 Procedural steps relating to the determination of distillation volumes at temperatures lower 
than 360 °C have been removed as these test parameters are not specified in AS 2157.
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